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INTRODUCTION

Al-Jawdah Company for the manufacturer of Porcelain and Ceramics :
Is one of Al-Jawdah industrial group of companies, and is considered one of the leading Companies
in the field of manufacturing Porcelain nad Ceramic tiles and its decorations.

Al-Jawdah Industrial group of companies is located in 2nd industrial city, 3rd zone of Royadh city

The Commercial production of Ceramic factory has started from 1997. And up to now it becomes the
industry of ceramic tiles.

Where the commercial production of porcelain factory began in the early 2022 AD.

The factory has been equipped with the latest European machinery and equipment, where all stages
of production processes are controlled automatically.

The factories of Al-Jawdah Company for the manufacture of Porcelain and ceramics are among the
latest factories producing Porcelain and ceramic tiles in the Kingdom of Saudi Arabia and the Middle
East, and their products conform to European quality standards, British standards, as well as quality
standards in the kingdom of Saudi Arabia.

Al-Jawdah Company Porcelain and Ceramic factories produce porcelain and ceramic tiles for floors
and walls in distinct sizes, colours and qualities for all uses, in addition to producing belts and tile
decorations.

With the start of commercial production in the new factory, production quantities reach more than
( 22 ) million square meters annually in the first phase of porcelain and ceramic tiles for walls and
floors, which gives a wider scope in the selection process.

Al-Jawdah Company for the Porcelain and ceramics industry includes many speciallzed departments
to monitor and control the production stages, in addtion to the design and development department,
which is equipped with the latest equipment and machines, manages by a group of engineers and
technicians, to innovate and renew models in order to keep pace with the demands of our customers
in the local and regional markets.

Praise be to God and his success, the tiles of the quality Company for the manufacture of porcelain
and ceramics have been apporved in the largest projects of ministries and government departments,
in addition to the special projects, Whether inside or outside th Kingdom.
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A LIST OF PROJECTSTHAT APPROVED THE CERAMIC TILES OF AL-JAWDAH CERAMIC CO.

Project Name

Project Owner

Project Consultant

Cont. Co.

Project Site

Secondary infrastructure
And housing project
Package # 1,4 &5

Sabic

Sabic

Azmeel Cont. Co.

Al-Matrafiah

Mashrigiah Housing

Mashrigiah

Watania Housing

Domathan

Riyadh

Najran Housing

Ministry of Housing

Dar Al-Riyadh
Engineering &
Consultant

Saudi Building
Dev. Co.

Najran

Housing Units

Ministry of Housing

Ayecom Arabia Ltd.

Aber Cont, Co.

Al-Oula

Shagra Uniuversity Building
for Faculty of Science,Arts
& Applied Medicine

Shagra University

Engineers of Shaqra
University

Adawa Khalil
Cont. Co.

Shagra

Al-Jouf University Central
Warehouse

Al-Jouf University

Tipsa Consultant

Mansoor Al-
Khalaf & Sons

Arar University

Arar University

Saudi Consulting
Services

Projects for Ministry of
Health

Ministry of Health

Engineers of Ministry of
Health

All Over Saudi
Arabia

Makkah Govt. Hospital

Ministry of Health

Dar Al- Majed

Seder Group of
Companies

Makkah

ARAMCO Projects

ARAMCO

Engineers of ARAMCO

All Over Saudi
Arabia

Building for writing justice

Ministry of Justice

Saudi Diyar Consultant

Al-Saghyr Cont.
Co.

Madinah

Extension of Training
institute of the General
Dept. of Technical Affairs

Ministry of Interior

Arab Center for
Engineering &
Consultancy

Ronda Trading &
Cont. Co.

Riyadh

King Abdullah Bin Abdul
Aziz

Ministry of Interior

Beijing Emirates

Development
security facilities

Riyadh
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A LIST OF PROJECTSTHAT APPROVED THE CERAMIC TILES OF AL-JAWDAH CERAMIC CO.

Project Name

Project Owner

Project Consultant

Cont. Co.

Project Site

King Abdullah Bin Abdul
Aziz

Ministry of Interior

Beijing Emirates

Development
security facilities

Makkah

Ministry of Interior,
KAP-2

Ministry of Interior

NKY Associates &
Engineers

Peking Al-
Emirates Cont.
Co.

Makkah &
Madinah

Construction of
Administration & Services
Building

Ministry of Defence

Engineers of Ministry of
Defence

Eamer United
Cont. Co. Ltd.

Najran

Construction of offices for
Units Headquarters

Royal Saudi Navy

Saleh Al-Rajhi Consultant

Al-Ahlia Cont. Co.

Dammam

Complete the construction
of the faculty of Tourism &
Hotel

Technical &
Vocational Training
corporation

Engineers of Technical &
Vocational Training
Corp.

Eamar Al-Sharif
Cont. Co.

Dammam

Completion of Secondary
industrial Institute

Technical &
Vocational Training
corporation

Engineers of Technical &
Vocational Training
Corp.

Ibrahim Al-Falki
Cont. Co.

Bahali, Asir

Housing of Trainers at
Technical College for Boys

Technical &
Vocational Training
corporation

Al-Tawfig Consultant

Eshadat Cont. Co.

Amloj

Ministry of Interior,
KAP-2

Ministry of Interior

NKY Associates &
Engineers

Peking Al-
Emirates Cont.
Co.

Makkah &
Madinah

Construction of Social
Education Center for Boys

Ministry of Social
Affairs

Abdullah Al-Saeed
Consultant

Dar Al-Benath
Cont. Co.

Jizan

Construction of Orphanage
Village

Ministry of Social
Affairs

Al-Jajira Office for
Consultant

Al-Eamar Tanmia
Cont. Co.

Riyadh

Ministry of Finance Projects

Ministry of Finance

Engineers of Ministry of
Finance

All Over Saudi
Arabia

6 Schools

Ministry of Education

Engineers of Ministry of
Education

Arabian Cont. Co.

Madinah
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A LIST OF PROJECTSTHAT APPROVED THE CERAMIC TILES OF AL-JAWDAH CERAMIC CO.

Project Name

Project Owner

Project Consultant

Cont. Co.

Project Site

School Buildings

Building Development
Co.(TBC)

Building Development
Co.(TBC)

Durrat Al
Madayen

Riyadh

TBC School Project

Building Development
Co.(TBC)

Abdallah Saeed

Kayan Afnan

Riyadh

TBC School Project

Building Development
Co.(TBC)

AJ Saudi

Ramooz Al Etehad

Dammam

High School Project

Ministry of Education

Engineers of Ministry of
Education

Al-Bawani Cont.
Co. Itd.

Building of Primary &
Middle School

Ministry of Education

Engineers of Ministry of
Education

Peking Al-
Emirates Cont.
Co.

TBC School Project

Building Development
Co.(TBC)

Al Saudi

Hogqail

Hafr Al Batin

TBC School Project

Building Development
Co.(TBC)

Khateeb Alami

Al Bawani

Riyadh

Rehabilitation of Rabwa
Markets for vegetable and
Fruits

Riyadh Municipality

Advanced Center for
Engineering Consultancy

Rawae Biladi
Cont. Co. Ltd.

Riyadh

Establishment of Sub
Municipality

Riyadh Municipality

East Consulting &
Engineering Center

Rawae Biladi
Cont. Co. Ltd.

Riyadh

Project for General
Presidency of Youth
Welfare

General Presidency of
Youth Welfare

Engineers of General
Presidency of Youth
Welfare

Riyadh

Construction of Dept. of
Endowments & Mosque

Ministry of Islamic
Affairs & Endowments

National Consultative
Center

Ali Ahmed Al-
Mesfer Est. for
Trading & Cont.

King Abdullah Airport

GACA

Saudi Diyar Consultant

Safari
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@ SABIC AL-MATRAFIAH ﬁ-‘l-“-'
SECONDARY INFRASTRUCTURE AND HOUSING PROJECT o ollsi

DOCUMENT TRANSMITTAL
Mr. Sameh Younes - Project Manager
Azmeel Contractigg Company

From: Mr, Abdulrahman F. Al-Asmari - Project Manager

To:

Reference: Contract No. EPC-LS-16-SABIC-013-IK - Package - 1

Subject: PREQUALIFICATION OF AL-JAWDAH CERAMICS CO.

Originator Reference: SIH-AZM-T-18-11091 Date: 10-Jan-18
Recipient Reference: AZM-SIH-T-18-11100 Date: 4-)an-18

Discipline: CIVIL (] Attachment CO/OVD [ Response Required

D EN E:
[ Manval . [rrocedures [JForms [] Materials  [] Reponts/Caiculation  [] Drawings

Vendor Documents/Drawings (] statements/Work Instructions  [[] Centificates ] Others ¢ )

DOCUMENT STATUS:

Approved [C] Approved with Comments [ Reviewed [[] Reviewed with Comments

[ Not Approved (] Re-Submit [ Action [[] others (specify)

[REMARKS:

Doc.No. 01-0293-01 Approved

NOTE:

Employer's/Engineer’'s review, comment, approval or agreement is to satisfy themselves with general concepts and
arrangements proposed by Contractor in the document. However, compliance with such comments does not relieve
Contractor from its obligations under the CONTRACT and JOB SPECIFICATION. Deviation from CONTRACT and/or JOB
SPECIFICATION should be identified by Contractor to Employer's/Engineer’s attention for approval in a separate letter.

Approved by:—_

11 JANZ018

Abdulrahm
Project Manager

Received by: (Please acknowledge receipt by stamping/signing & returning a copy of this Transmittal)

Name: Signature: Sta_n’(b with Date:

45

L fnii A-A
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@ SABIC AL-MATRAFIAH
SECONDARY INFRASTRUCTURE AND HOUSING PROJECT

DOCUMENT TRANSMITTAL

Mr. Sameh Younes - Project Manager

To:
R Azmeel Contracting Company

From: Mr. Abdulrahman F. Al-Asmari - Project Manager

Reference: Contract No. EPC-LS-16-SABIC-017-IK - Package - 5

Subject: PREQUALIFICATION OF AL-JAWDAH CERAMICS CO.

Originator Reference: SIH-AZM-T-18-51076 Date: 10-Jan-18

Recipient Reference: AZM-SIH-T-18-51073 Date: 4-Jan-18

Discipline: CIVIL (] Attachment CO/DVD [[] Response Required

[DOCUMENT TYPE:

(] Manual (] procedures [] Forms [0) materiats [C] reports/Calcutation O Drawings

[+] vendor Documents/Drawings [[] statements/Work Instructions [] centificates [J others ¢ )

DOCUMENT STATUS:

Approved (O] Approved with Comments [ Reviewed [[] Reviewed with Comments

D Not Approved (] Re-Submit [ Action [C] others( )

[REMARKS:

Doc.No. 01-0287-01 Approved

NOTE:

Employer's/Engineer's review, comment, approval or agreement Is to satisfy themselves with general concepts and
arrangements proposed by Contractor in the document. However, compliance with such comments does not relieve
Contractor from its obligations under the CONTRACT and JOB SPECIFICATION. Deviation from CONTRACT and/or JOB
SPECIFICATION should be identified by Contractor to Employer's/Engineer’s attention for approval in a separate letter,

Approved by:

11 JAN201B

L I ] | 1| Ii"l 11 )
AbdulrahmaryF. Al-Asmari /QZ/ )

Project Manager

Received by: (Please acknowledge receipt by stamping/signing & returning a copy of this Transmittal)

Name: Signature: S,taﬁﬁp,ﬁith Date:

MMOJ?/&»/ A‘M
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@ SABIC AL-MATRAFIAH b
SECONDARY INFRASTRUCTURE AND HOUSING PROJECT cllsi

DOCUMENT TRANSMITTAL

Mr. Sameh Younes - Project Manager
Azmeel Contracting Company

From: Mr. Abdulrahman F. Al-Asmari - Project Manager

To:

Reference: Contract No. EPC-LS-16-SABIC-016-IK - Package - 4

Subject: PREQUALIFICATION OF AL-JAWDAH CERAMICS CO.

Originator Reference: SIH-AZM-T-18-41058 Date: 10-Jan-18
Recipient Reference: AZM-SIH-T-18-41053 Date: 4-)an-18

Discipline: CIVIL [] Attachment CO/OVD [ response Required

I ——
DOCUMENT TYPE:
[ Manual [] procedures [) Forms  [[] Materials  [[] Reponts/Calculation  [] Drawings

Vendor Documents/Drawings [[] statements/Work Instructions [ cenificates (] others ( )

DOCUMENT STATUS:
Approved ] Approved with Comments (] Reviewed [ reviewed with Comments

(] Not Approved [ Re-Submit [ Action [[] Others (Specity)

———

EMARKS:

Doc.No. 01-0289-01 Approved

NOTE:

Employer's/Engineer’s review, comment, approval or agreement is to satisfy themselves with general concepts and
arrangements proposed by Contractor in the document. However, compliance with such comments does not relieve
Contractor from its obligations under the CONTRACT and JOB SPECIFICATION. Deviation from CONTRACT and/or JOB
SPECIFICATION shoulc be identified by Contractor to Employer's/Engineer’s attention for approval in a separate letter.

Approved by:

—~N
LEIVED

- 11 JAN20IB e "
— A‘ . il .Jkl‘N :||‘!||
Abdulrahman’ﬁ Al-Asmari . _/d[/

Project Manager

Received by: (Please acknowledge receipt by stamping/signing & returning a copy of this Transmittal)

Name: Signature: Stamp with Date:

M /’éw‘)'m»//o&&(_ . ~ / T £‘Pm

(= ——a 5] 1) JAN 08

oic®
AL-JAWDAH PORCELAIN & CERAMICS == ..
g




National Housing Company - Al Mashrigiya 48 all £g 300 - HLSWW Guibedl 5,21

Client: Project: Contractor:

alla, | €5 _ Domatihhalr e

Supplier's Approval Form

To: NHC - Technical Support Department From: ¥l is,3

Attention: Ahmed Mahana By: ABDURHMAN BUEID

CONT PROJ ZONE TRADE

TRM No.:
DMH MSH E AR 0

a Structure & Architectural O Electrical Mechanical

1. Contractor Information: Submission Date: 17-Jan-23
Contractor Name / Role: DOMATHAH

Tel. No.: | 0112151713 a.abueid@domathah.com

2. Manufacturer ,Supplier or Sub-Contractor Information

Company Name : J oo padl Zelia) 529l 45,3
Address: 0555214486
Email: SALES@ALJAWDAHGROUP.COM

Reason for Selection: Stamp:
b - sulbally wllasdl bilysy wlabyl b -
L“JLAIA“ Jl"JI

Sub-Contracted Works:

Section of the Works:

BOQ ltems:

Commercial Register 1- Commercial Registration Certificates. 2- Chamber of Commerce 3- GOSI
Certificates: 4- Saudization 5- Zakat 6- VAT Certificate 7- ISO Certificate 8- SASO

Submitted By: | Eng. ABDURHMAN BUEID Signature: Date : 17-Jan-23

4. Comments : - i fulbally olilasdl bilaa g wild,i b s Wle sl (Ll el Lolial Saaad1 45 ,3) slaliel (o Al Y
(30°30) S Lo 5Ll b 5591 5 o laams (60%30) oty poic

= L ool cand Gl Lgas (3850 05350 Oy (Sogaadl clidl 058 iliolaes £4 ) dall Soliolse) ilhs S5 o Ao slaied wlias ppais,
- fapally U (51 Sga Sy olaie I oLl plip Y S 33,3801 lgall Saga p150YI,

- Eayhall 3,35 Jlgh dg5lw 35900l Lol RaesSadl laletlly GlysY1 aaan S5 b P15V,

- 3530 38 L) Bogadl bud (o 2STU a35adly 02,55 plaw Lo LU LAY Jasg Tyl Lyl

- Loy Bl puais,

Sample Tests Additional Info. Manufactures
Guarantee

& B - Approved As O C - Revise &

O A-Appavd Noted Resubmit

O  D-Rejected
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National Housing Company - Al Mashriqgiya

Client: iy, | Project:

aM-JEgafeill

Contractor:

el o

Domatial s

Technical Engineer: Signature:

Technical Project Manager:

Signature:

Name: | Eng. Ahmed Mahana

Date: 16-Feb-23

Name:

Eng. Mohamed Assaf

Date:

19-Feb-23

Approval shall not relieve Contractor of his liabilities under the contract
or constitute authorization of any change to contract document,

Ans B a5 S Lagsis S35 3 alall s say Sl abs Ha Jalia! Widigall e Y

S,
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Material Submittal Form

3 4 2 3 gad

S§5-PRS-01-Po1-Fi12

i Program

e
| el
L

| Package /
Group
| e ganadll / dadal

4

i -
| Project no.
Eayead o8y

300772

| 200769

| Project name
|
el pud

Contractor name
Jgadi

| D s 5,948 52

Jiially padaill yae G g pana
gl oy Sy L e g A0 D)

s i oy deae Lo g

Material
submittal no.
3 gall a8

ART - SUH & MOH - 27

| Contract no.

| TBC 001924

Date
B

19707 1 2022

|

|

| Consuitant name
| el pud

| Aaatigh Sl LSS 4K )2y sl iy 4S50
| wj.wdl w.\.".&l)

Approved
Subcontractor
(as applicable)
Gl J g
(» 3 1.':}) adadl

| Material Description
| One item only per
Form (system)
gl iay
738 JS0 i 2al g 2y
(p1=)

As per
specification
Aial yI' R

Alterative
Jpddl

Drawing reference
ilbial s ya

Specification
reference
:.imt,.l\ c_\).

BOQ reference
no.
ol 480
Sl J g2y

Standards, BS
DIN, ASTM,
SASO
BS « paufidll
DIN, ASTM,

SASO

Company name
FLL W

manufacturer
él—a-n

Local agent
gl JS gl

Other details
Al dpalis

Programme date
| material required on
| site

N e s e
-‘}A-I E,j,g.l ‘-:._l)_;

15-08-2022

Expected date
of arrival on
site

5l o
sl Y Jyea sl

25-08-2022
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Contractor's name
J il s

Signature

sl

/"_

i
|

u-'>/;-\-\ Quuﬁ“#ﬁw&ﬂﬂ’wﬂﬁ\%—i\b«@ i 75“'7‘}
: L\\(s -c) UC_._\‘f_yﬁ-’ ,_)_,,)w U
LQ\)»ADJMSQJL))é)/“M C-ua}"»—'-'—n—hy
“L»Q Al aslb LY e (2 e U8 S 1S g hy.{\_f_a}\ _
£ P f-J_L » - e \ - - cl_,\:
e e uw_‘;c'_)w-*dw‘wxuﬂ Feay
("M")Lo-\-'é“ 3"7\' f_Jf“”Lr""U‘""“ (_;J\j‘cz‘ad—*:_’.l-?'

J [ Approved as noted revise
l‘:

[ Approved and resubmit for record [ Revise and resubmit

Status code a3l gl ae //3\ falely ot cCAlBadiall Caus 43 g a3l Bole] g (Jaaed

Aol ja C L g

[ Rejected uai s

Engineer's

name f'“_j“ ea_‘)L’ c—"gg .—)ﬁfﬂ f? oae &l 7.7 - %,. 211\

MH‘

Signature e S

A (f"‘

Note: Al

These documents have been reviewed for general conformity with Contract terms & conditions, the specifications and bill of

quantities, Such review doesn't relieve the Contractor of his responsibilities under the terms of the Contract and shall not be

deemed as approval for any further compensation or permission to camry out additional works.

¥ 5 sl At 40 ginen (o J 0 Dl pal 03 s Wy el ThaaS gl g Sl ya g Jo g 535 p1SAY giae (po U GRS 030 Tand e S
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Material Submittal Form )3 385 73 ga S5-PRS-01-Po1-Fi2

Program to complete the impEmenlaﬁon
e of the damaged educational buildings and i"mgﬁm”p GO1/G02/GOSIG06
= | their contracts were annulled. ‘
Project no. 300239/240/241/242/2431244/378/3791 Project name ; =
. All Thi 13) P |
ol | 3003811082/063304 paAdd s | TR RRE |
Contraclor name GULF COOPERATION SYMBOLS Material submiltal no. TRM3-G01-G02-G03-
J sl ol CONTRACTING CO. LTD Ayl i o) | SUM-A-0250_REV-00
Contracl no. Date
=]t , 2021
il o5 &5 257 2B x| 6 Sep, 202
Approved
Subcontractor (as
he ARABTECH JORDANAH applicable)
i 1) il bl e
RS ™ . (3]
| Material As per specification
| Description _ Uialyd e
| One item only per | TECHNICAL SUBMITTAL FOR
| Form (system) CERAMIC TILES (20X20) FOR WET
334l Ciuay | AREA (WITH SAMPLE) b o
£33 JS) 1B 2l 3y
Drawing reference BOQ reference no.
At i Jadas gaapall 280
cllaai i et "
Specification Standards, BS DIN,
reference ASTM, SASO « pulidl |
lialydl pnse | BS DIN, ASTM, SASO |

Program

Consultant name

Company name manufacturer

“)f-'“r-’_ cl-n-" AL GHAMDI

RIYADH , K
IR Other details

Al Jpalis

Ol gialt

Local agent

SE AN AN . N ate Pt
| Programme date
material required on Expef:te:i datg
site of armra- on site
o3 35l il i 15 g gy j
il e &l M dya sl

Contractor's name GULF COOPERATION SYMBOLS Date
Jyidi s | CONTRACTING CO. LTD. o

I
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cobglhall papthl alil ey Lyl

AL - JAWDAH CERAMIC TILES 20CM*20CM is approvec ywing notes:
* wall tiles must be 7 mm thick according to approved drawing & BOQ.
* Material test is mandatory before supplying material to site according to
TBC specs 09310
* All tiles shall be of the best commercial quality (first quality).
** Criteria for assessing the surface quality are cracks, crazing, unevenness,
depressions, holes, glaze devitrification, specks and

decorating faults, shading, nipped edges, and nipped corners.
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Signature
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Note: Aaa,

These documents have been reviewed for general conformity with Contracl terms & condilions, the specifications and bill of

quantities. Such review doesn't relieve the Contraclor of his responsibilities under the lerms of the Contract and shall not be

deemed as approval for any further compensalion or permission to carry oul additional works.
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Project name
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i_
|294

| Contract no.
| Sl 5

| Consultant/
Engineer
[ g it

=

C]Coosmtanl

O Engineer

| Contractor Name
| Jatidt p

Method
Statement
Submittal No.
R s o8

| Contract Description
I—hll\.lnaJ
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[ Jall
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i
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’;2)‘11!2(21

Date
[ g
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Date of Planned Submittal
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| Contractor Authorized
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i giall J il ..L-u-—-"

Eng/ Farhat Elsayed
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ll Name
| p)
| Signature

-

Status
2.
Accepted — work may proceed
| Sty o iy Jyie
Accepted — with comments
| CABate ae— Jgdle R
Resubmission required - Work may not
proceed.
Sl o3 (g ¥ ik Bile) 34
Rejected
Lu:-ﬁ-»_ g

colmo (u:--b‘{

| copy to ! s
|

[ Project Manager gssal s

[] Document Controller  Clificad g

| Name
pasyl

Note:

These documents have been reviewed for general conformity with Contract terms & conditions, the specifications and bill of

quantities. Such review doesn't relieve the Contraclor of his responsibilities under the terms of the Contract and shall not be

deemed as approval for any further compensation or permission to carry out additional works.
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Contract no.
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Approved
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(as applicable)
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Material Description
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As per
specification
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Alternative
Sl

Drawing reference
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no.
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Company name
8
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| site
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Note: Ao

These documents have been reviewed for general conformity with Contract terms & conditions, the specifications and bill of

quantities. Such review doesn't relieve the Contractor of his responsibilities under the terms of the Contract and shall not be

deemed as approval for any further compensation or permission to carry out additional works.
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Contract no.
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Date
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CROWN CONCULT

Approved Subcontractor
(as applicable)
(p 213 inall hall J Jia

Material Description
One item only per Form
(system)
.!]_,A.Il'l Cliay
(pMas) 3 pas J) L 2l 5 2y

(B07*30) b1 elsal ppual JBly Sl
(24%12) ol iag

As per specification
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Contract no.
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REQUEST FOR TECHNICAL APPROVAE—"3" 5 sl Lo A58 ) ,.db‘f Sy

L (6 PRYM P PERRLY S

walpll = Laual 3l

&

LrU AT gl &

e lr.g.a-m e . i )
SEDER GROUP - S . GROUP ams ] gl Baslead ! TSI

A0 Ao yanall g3 lBa )

MAKKAH - GENERAL HOSPITAL - 500 BEY/ g sl pual L.
armEy
[ ®  saoie| [ ProjectNo. | 131003008 - C0495 s
Y Al G st (1) 236 2,0 | [ Subm. No. | PMO-FM-DC-0029 . aad g,
CD 0 i (1) 30 Date : 18/472016 t a2y 5

s35a0 (al-jawdah industrial complex)  —: &0 T T TP g
J4ill ( Alfanar ceramic (exa)) il jally Cdya 91 Syl s | S. Type: ARCH I

. < 2 S. Name:
asaudll B33 (sandi ceramic) Ceramic tiles floor and wall |

Sy LS ol 5 paiiY S
(Division9) A ( £ 2 s |
Location . (all buildin

KSA dius g
w593 Aljawdah 'Rn;‘:fgm 2650228 a

Factory p.o.box Telephone
e w0 o | OB

Spec. a8 per contract. 1] e L8 ALl 50 |
RIYADH-301

o)
( ] 11411 A e
g Ceranic tle for wall and Ocor for

3593
Sapdl ceramie RIYADH-

winatuliia 11481
proposed spec for the item
Ceramie floor ((20°20)-(15*15)) /ceramic wall ({20420
Consultant's rszw & comments

_-'—-—————'——-"-'
Rc-utwnd for Procedunal
T TomprTCE Tty
* o-aoctor & Consultant
0. sible for

Approved
Rejected

Re Submittal

Approved as per
noted
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Request No:123

Date: 25-09-2024

Project No

1. MATERIAL DESCRIPTION : Technical Submittal For CERAMIC

Area of Application : Ceramic For

Rooms, Washroom, Kitchen
Drawing Ref

] . Doc B.0.Q. Ref. No.: 9-3
| Specification Ref. : Technical Submission of CERAMIC

2. MANUFACTURER/SUPPLIER | VENDOR
Company Name

Al-IAWDAH Porcelain & Ceramic
Address: Riyadh

Local Agent:
3. DELIVERY
Country of Origin :KSA

Availability
@ Locally Manufacturea

Overseas

Delivery: Total Duration
Estimated Time of Arrival on Site DATE : 04/10/ 2024
Program: Date Material Required on Site DATE: 06/ 10/ 2024
Latest Date for Order DATE : 02/10/ 2024

We certify that the above submitted items and attached check list have been reviewed in detail and are correct and in strict conformity with the

contract drawings and 5pec-‘.|c5'.|'0rs except as otherwise stated; the submitted items in conform ty with the above and dely ly. also that
the material sources indicated above have been reviewed in detall and that they will supply at o

Prepared by Engr Gummah Signature W Date -2% (9

Submitted by Project Manager - Usman Khan Signature 7 ‘?;.ny"' 2.
2. ENGINEER'S REPRESENTATIVE'S COMMENTS

Prepared By Consultant Engineer

|pate: / /
Name: Signature: 12024

A- Approved }Annrc-vca as Noted

For Consultant Representative

—
— Signatur%f'/,,
Name: /’/d/,//

liabilities under the Contract of constitute authorization of any chan

Status.

| rall nat relieve Contractor of his

Company profile + CD + Samples

ENCLOSED
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CONSULTING ENGINEERS

VENDOR SUBMITTAL
Project Title DARAH AL MADINUH Date OCTOBER, 16, 2024
Contract Title (36+48 ) = 82 VILLAS (TURNKEY) | Contract No. | 2110-CNT-CNS-GPC

Client NATIONAL HOUSING COMPANY
Developer AL OULA REAL ESTATE DEVELOPMENT COMPANY
Supervision Consuitant EHAF CONSULTING ENGINEERS

| Main Contractor AL OULA MANZIL ARCHITECTURAL CONTARACTING CO.
Subcontractor GULF PROJECTS CO.

[Submittal No.: DAM- GPC-VS-AR-044 |Revision: | 0
[Submittal Title: REQUEST FOR MATERIALS.
[Major: Ocv MEWAR OsT OAC OEL OPL O OTHER
Attachments: B Brochure MTech.info O Sample O Certificate CJ Drawing O Calculation
We are sending herewith under separate cover the drawings / documents / samples listed below:

ITEM | DWGS.

NO. | SPECS DESCRIPTION TYPE cgs" Il AcTioN
BOQ REF.

REQUEST FOR PREQUALIFICATION

V3a,v2b,| DOCUMENT FOR AL — JAWDAH PREQUALIFICATION For Approval
V3c-V3b- PORCELAIN & CERAMICS CO. -

Vi (TILES)

TYPE:SD= Shop Drawings, SM= Sample, GT=Guarantee, MD= Manufacturer's Data, CT= Certificates, TT= Test Results, OT= Other, MT= Material
Data

Subcontractor/ Supplier/Manufacturer: |A! — JAWDAH PORCELAIN & CERAMICS CO.

We certify that the documents / materials submitted herewith-ha been reviewed in detail an d are i

conformance with the contract drawings and speciﬂcatnonge:(cg,pta _otherwise stated. Ak >

Contractor Name: i 78 . ¥ |Rev'd By o A N
" ) “ e | R'r_ut—N‘ED //

e

g Date: %\17 OCT 2024 L.
; I-HAF &

FARHAS.V

lConsultant Review Comments

M@%‘jﬁ e BTy ” '(_UY _~ Approved (A)

'u'a\.k

,..;.JL._.”}\,, Mbt—faﬂff‘%‘) Wlf")\.}j;‘t' Approved As Noted (B)

} M ow Eﬂq.“ uj_ " As Noted, Will be Resubmitted (C)+
'B-Pj)b,mlyeﬂ,u M;{camy‘w"’(fﬂ" Not Approved (D)
N/&J/u'\j)/l uw, ol .A’HM} r---’i: /J'U-"‘ﬁ "ft"’ Not Required (E)
igna -

[Consultant Project | ger: Rcv'd Byt

G e

ABDEL NASSER MOHAMED  |Date: ' \é

Correcti or ts made relative to submittals dm‘ing this review do not relieve the contract pli wilh the rel “E‘Hﬂ:?
chack is only for review of gmsml confomance with the gl pt of the project and I compli
The ris for fi g and ¢ lating all quantities and ions, selecti ri ues of cumtrucuon

M\&Lwr’rﬂwcb‘s-/,umﬂﬂwl.ab}_— &u_-T
Shse™ e oy M) e Y
£ Wi}\'v‘b w@/c\:, w;ow%ﬁ‘eﬂ\k‘w ) P . Sl s -
SR S
-:’\'“}“CG\A’//A;W;\N r,,,_g\ A el

__,,‘L::;I'I b o

AL-JAWDAH PORCELAIN & CERAMIC




Respons& to Material Submittal Kh-,-\l RTMS- 000081 TMM-MAT c=UB 000058

Re: MS -AR- 1007 ARCH - Rev 01 Al Jawdah Ceramic Co. (20 x 60 x 10 MM - 6240 & 60 x 60 x 10

MM - 6831)

Status

¥ DETAILS

Reason for Issue

one
Location
Discipline
Application
pecification Ref
30Q Reference

Drawing Ref

Reasons for
Allernalive

List of Enclosure

Remarks

Status

Comments

Description

Mrs ARCHITECT ARCHITECT - Khatib and Alami

Mr Ahmed Elzaidy - TAMIMI

Mr MUBARAK ALALIANI - Dar Al-Handasah (Shair and Partners) - Saudi Arabia (<5 more
Saturday. 31 August 2024 10:06:11 AMAST (GMT +03:00)

NIA

Issued for Approval
Building

XX No Zone
MURCIA
Architectural

Tiling

MURCIABOQ

20 x 60 x 10 MM - 6240 60 x 60 x 10 MM - 6831

Al Jawwdah Ceramics Co.

Copy of Related. compliance Stalement, Catalogue, Test Certificate, Other

MS -AR- 1007 ARCH - Rev 01 Al Javidah Ceramic Co. (20 x 60 x 10 MM - 6240 & 60 x 60 x 10 MM -
6331)

Approved with Comments

cud o :n.n."\.‘i.':t_\_"—!.. Salo) »;u-",-'
G A e el e WS Do as :..JLJ!_UM..A_-__.: ’J__;J_u_.lﬁuJ
. \! - . { #a N\ 3 <y Ty
-|ﬁ_.l".:-_,-'.__:.-‘)_ 20 45had -J"":' “J‘Jn’)‘_ _:",_J__...J-,.&. S g8 e J—H."_‘-‘*’—f-___fb"‘—_
o T

T P

b= JAI
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Contact J-blgo-iJi

S info@aljawdahgroup.com
- sales@aljawdahgroup.com

S,

B4 www.aljawdahgroup.com

Branches

@a';%,'

Lasisdl 4o 20 s 5S4
plosdl s Ayl Silesgiully

Dammam Ware House Takhasusi Showroom Main Showroom

Doy
Buraidha Ware House Buraidha Showroom

] BT
e

Khamish Mushyet Khamish Mushyet Madina Showroom Jeddah Showroom
Showroom - Hazam Showroom - Sanaya

o ,_-u biie e sl Baiain a.u.ul
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TEST REPORT FOR
CHEMICAL RESISTANCE OF CERAMIC FLOORC TILES

N.P

ACES Report No.

RH.MMR23002008

Contractor

AlL-Jawdah Porcelain & Ceramic
Company

Date Reported

24/05/2023

Consultant

N.P

Sample No.

RH.MMS23000662

Praoject No.

N.P

Request No.

RH.MMO23000478

Project Name

Iskan AlMashriquia

Client Ref./IR No.

NP

Sample Description | Ceramic Floor Tiles(31.6x31.6cm)

Sampling Cert. No.

N.P.

Source

Al-Jawdah Porcelain & Ceramic
Company

Sampled By

N.P.

Sample Location

N.P

Sampling Date

N.P.

Test Method

18010545-13:1997

Sample Brt. In By

CLIENT'S REP.

Test Method Var.

N/A

Date Received

05/04/2023

Date Tested

16/04/2023

Tested by

Anwar Ali Yousef RY-189

Reviewed by

A.Shaaban (RY-103)

Test Location

ACES-Riyadh-Main Lab

Lab. Location

ACES-Riyadh-Main Lab

Reported By

Eng. Mohannad(RY-565)

Test Results:

Technical Data Sheet
Solution used
Class Specificati Conclusion

Sodium Hypochloride 5%

R —__— GA (No Visible Effect)

Hydrochloric Acid HCI 3%

i —— ido KOH 3% GLA(No Visible Effect)

Hydrochloric Acid HCl 18%

GHA(No Visible Effect)
Potassium Hydroxide -KOH 10%

Notes:
*The test results represent the submitted sample only.

*Test results shall not be interpreted, reproduced or quoted in a whole or in part without prior written approval of ACES

*ACES is responsible for all information provided in the report which resulted from our activities but except for any
information provided by the Customer or resulted from activities performed by another entity.
* Decision Rule : Simple Acceptance -
"End of the Report" e
Marerigls Pepartment
Arab Compipy for Laboratories and Soil ™
_AACES Riyadh

ACES Riyadh: RO. Box 46891 Riyadh 11542 - Tol. :+966-11-2372222, 2353467 - Fax : 4-966-11-2357434 - C.C. No . 116008 - C.R. : 1010172258 - E-mail:

ACES Joddah: PO. Box 132905 Jeddah 21382 - Tel. : +966-12-5641422, 6636380 - Fax : +968-12-6635448 - C.C. No . 106934 - C.R. : 4030157586 - E-mail: acesjeddah@aces-int.com
ACES Khobar: RO. Box 70159 Khobar 31952 - Tel, : +966-13-8811941, 8811942 - Fax : +066-13-8811947 - C.C. No . 98216 - C.R. : 2051037267 - E-mail: aceskhobar@aces-int.com
ACES Najran: P.O. Box 406 Najran - Tel. :+866-17-5239037, +966-17-5230273 - Fax : +966-17-5235761 - C.C. No. 1117678 - C.R. : 5350017513 « E-mall: acesnajran@aces-int.com
ACES Buraydah: PO. Box 52391 Buraydah 8225 - Tel. :+966-16-3844575 - Fax : +-966-16-3844001 - C.C. No. 601001156942 - C.R. : 1131032563 - E-mail: u:esburaydeh@wes-m!com
ACES Madinah: PO. Box 41432 Madinah - Tel. : 4966 - 14 - 8693326 - Fax : +966-14 - 8683135 - C.C. No. 203001171482 - C,R. : 4650078095 - E-mail:

IAS @EE}' % ccr ooly Bapimaddgen i as,n

Website: www.aces-int.com 0 A0+ .0+ JUL

AOIC®
- S = m
AL-JAWDAH PORCELAIN & CERAMIC gl
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A e

A o ol
For | esandSol &3 1y o, snal ] oy |m _

& Ceramic Comparny |Date Reported [24/0572023

NP {Sampie No. ]

o [Request Ne. |RHMMO23000478
Tskan AMashriguis 1R No. e
[Ceramic Floor 31.6:31.6 cm)

AL Jawdsh Poccelain & Coramic Compeny e

gl Sampling Date

P, No. of Specimens

BS EN ISO 10845-4:1977 Is.-punn.ny CLIENTS REP.
[Date Recetvea 057042023

Date Tested 29042023

Tested by Abdul Rshman
Reviewsd by A Shasben (RY-103)
ACES Riyadh
ACES Riyadh

Eog. Rania RY-850

Ceramic Floor
(31.6x31.6 cm)

Notes:
mewmuwmuﬁ.

mmmmumm«wu“m«nmmwmwum

*ACES is for ol inf P “nmwmmiunwmmmfumm'wmh
the € o resulted from n by another entity.
* Decision Rule : Simple Acceptance p )

*End of the Report”™ '

M.mt"?—"i'v’r-h per___
Assb Cotgpomy for Laborstories snd Sofl
A | ACES Riyedh
Ve
p,

ACES Riyadh: RO. Box 46891 Riyadh 11542 - Tel. :+966-11-2372222, 2353467 - Fax : +066-11-2357434 - C.C. No . 116988 - C.R. : 1010172258 - E-mall: acesriyadh@eces-int.com
ACES Jeddah: PO. Box 132905 Jeddah 21382 - Tel :+966-12-5641422, 6636380 - Fax : +966-12-6635448 - C.C. No . 106934 - CR. : 4030157586 - E-maeil: acesjeddahiaces-int.com
ACES Khobar: PO. Box 70158 Khobar 31952 - Tel. : 4+ 966-13-8811841, 8811942 - Fax : +066-13-8811947 - C.C. No . 98216 - C.R. : 2051037267 - E-mail: aceskhobar@aces-int.com
ACES Najran: PO. Box 406 Najran - Tel. : +966-17-5239037, +966-17-5230273 - Fax : +966-17-5235761 - C.C. No. 1117678 - C.R. : 5350017513 - E-mail: acesnajran@aces-int.com
ACES Buraydah: PO, Box 52391 Buraydah 8225 - Tel. :+966-16-3844575 - Fax : +966-16-3844001 - C.C. No. 601001156942 - C.R : 1131032563 - E-mail: acesburaydah@aces-int.com
ACES Madinah: P.O. Box 41432 Madinah - Tel. : +966 - 14 - B303326 - Fax : +866-14 - 8683135 - C.C. No. 203001171492 - C.R. : 4650078005 - E-mail: Sinah@: int.com

Website: www.aces-int.com  [[§ @E@] &l ccr BANN.0: vur s S oels Bapima tdihun i3 36,8

oic®
AL-JAWDAH PORCELAIN & CERAMICS == ..
g




Ceramic Floor (31.6x31.6 cm)

AL-Jawdah Porcelain & Ceramic Company
NP

BS EN ISO 10545-2:1997

N/A

NJA

Measurement of Surface Flatness(Centre Curvature)

Dingonal Length|
Maxlzom departure of the
Specimen ™) <entre of a tile from the pleee cur:cl'nre
x AC,
o (o) B D
4 (20}
445.0 0.000 0.000
445.0 0.000 0.000
445.0 0.000 0.000
; JAve. (%5) 0.000
Tech 1 Data Sheet Specification (%) 2().40%
Messurement of Surface Flatoess{(Edge Curvature)
Length Edge of
® Maslommdeparture of theedpe | curvature
of a tlle from the plase ASmm AS
= .
(%)

315.0 0.102

315.0 0.102 0.032

315.0 0.102 0.032
Avg (35) 0.032

] Technical Dats Shicel Speciiication (95) =0.40°;

M of Surface Flat (Werpage )

| Dizgonal Length ‘Warpage
&f = tile from the planc AW, == -

(mm}

2 — (%6)
245.0 -0.050 0.050
445.0 0.020 0.020
445.0 0.065 0.065

Ave, (9% 0.045

Technical Data Sheet Specification (96) +0.40%

Notes:

“The test results represent the submitted sample only.

*Test results shall not be interpreted, reproduced or quoted in a whole or in part without prior written appmvzl of ACES
"ACES is responsible for all infi wmedmmmmhmwﬁmnmmimburm

the Customer or resulted from activities pecformed by another entity.

* Decision Rule : Simple Acceptance

“End of the Report”

ACES Riyadh: PO. Box 48891 Riyadh 11542 - Tel, ;+968-11-2372222, 2353467 - Fax ; +966-11-2357434-C.C. No. 116896 - C.R. : 1010172258 - E-rnal‘] acesnyadh@acss—lnt.mm
ACES Jeddah: PO. Box 132905 Jeddah 21382 - Tal. :+966-12-6641422, 6636380 - Fax : +966-12-6635448 - C.C. No . 106934 - C.R. : 4030157586 - E-mail: acesjeddah@aces-int.com
ACES Khobar: PO. Box 70159 Khobar 31852 - Tel. : +956-13-8611941, 8311942 - Fax : +966-13-8811847 - C.C. No . 98216 - C.R. : 2051037267 - E-mail; aceskhobar@aces-int.com
ACES Najran: PO. Box 406 Najran - Tel. :+966-17-5239037, +-966-17-5230273 - Fax : +966-17-5235761 - C.C. No. 1117678 - C.R : 3850017513 - E-mail: acesnajran@aces-int.com
ACES Buraydah: PO, Box 52391 Buraydah 8225 - Tol. : +966-16-3844575 - Fax : +966-16-3844001 - C.C No. E01001156942 - C.R. ; 1131032563 - E-mail; acesburaydah@aces-int.com
ACES Madinah: PO. Box 41432 Madinah - Tel. : +066 - 14- B893326 - Fax : +966-14 - 8693135 - C.C. No. 203001171492 - G.R. : 4650078095 - E-mail; acesmadinah@aces-int.com

Website: www.aces-int.com m @gg‘i géc_q- oY e Sl el Saama Uil 3,8

AOIC®
AL-JAWDAH PORCELAIN & CERAMICS == ..
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Arab Company & jell a5 pill
For Laboratories and Soil &, ¥y wl sl

— TEST REPORT FOR
RESISTANCE TO STAIN OF CERAMIC FLOORC TILES

Owner

N.P

ACES Report No.

RH.MMR23002012

Contractor

Al-~Jawdah Porcelain & Ceramic
Company

Date Reported

24/05/2023

Consultant

NP

Sample No.

RH.MMS23000662

Project No.

N.P

Request No.

RH.MMO23000478

Project Name

Iskan AlMashriquia

IR No.

N.P

Sample Description

Ceramic Floor (31.6 x 31.6 em)

Sampled By

N.P

Source

AL-Jawdah Poreelain & Ceramic
Company

Sampling Cert. No.

NP

Location

N.P

Sampling Date

N.P

Test Method

BS EN ISO 10545-14

Sample Brt. In By

CLIENT'S REP.

Date Received

05/04/2023

Date Tested

29/04/2023

Test Method Var.

Tested by Abdul Rahman

Reviewed by A.Shaaban (RY-103)

Test Location ACES-Riyadh-Main Lab

Lab. Location ACES-Riyadh-Main Lab

Reported By Eng. Rasdi (RY-120)

Test Results:
oSl LOSUNS:
Sample No.

Test Carried-out Test Results

1 Resistance to stain Class 5

Notes:
*The test results represent the submitted sample only.

*Test results shall not be interpreted, reproduced or quoted in a whole or In part without prior written approval of ACES

*ACES Is responsible for alf information provided in the report which resulted from our activities but except for any information
provided by the Customer or resulted from activities performed by another entity.

* Decision Rule : Simple Acceptance
"End of the Report"

M%\:_:i:gil?cparunem
Arab Compayfy for Laboratories-and Soil
| ACES Riyadh '

=2

ACES Riyadh: PO. Box 46801 Riyadh 11542 - Tel, : +066-11-2372222, 2358467 - Fax : +066-11-2357434 - C.C. No. 116998 - C.R. : 1010172258 - E-mall: acesriyadh@aces-int.com
ACES Jaddah: PO, Box 132905 Jeddah 21382 - Tel, :+-966-12-6641422, 6636380 - Fax : +066-12-6635448 - C.C. No . 106934 - C.R. : 4030157586 - E-mail: aces|eddah@aces-int.com
ACES Khobar: PO. Box 70159 Khobar 31952 - Tel. :+966-13-8611941, 8811942 - Fax : +966-13-8811947 - C.C. No . 98216 - C.R. : 2051037267 - E-mall: aceskhobar@aces-int.com
ACES Najean: PO. Box 406 Najran - Tel. :+966-17-5239047, +966-17-5230273 - Fax : +966-17-5235761 - C.C. No. 1117678 - C.R. : 5850017613 - E-mail: acesnajran@aces-int.com
ACES Buraydah: PO. Box 52391 Buraydah 8225 - Tel, :4+-966-16-3844575 - Fax : +966-16-3844001 - C.C. No. 601001156942 - C.R. : 1131032563 - E-mall: acesburaydah@aces-int.com
ACES Madinah: RO. Box 41432 Madinah - Tel. : 4966 - 14 - 8683326 - Fax : +966-14 - 8693135 - C.C. No. 203001171402 - C.R. : 4650078095 - E-mail: dinah@ int.com
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W’ﬁr&au{m OF DIMENSION OF CERAMIC FLOURC TILES
- NP

ACES Report No. RH.MMR23002011

r

Contractor AL-~Jawdah Porcelsin & Ceramic Company Date Reported 24/05/2023

Consultant NP Sample No. RH.MMS23000662
Project No. N.P Request No. RH.MMO23000478
Project Name Iskan AlMashriquia IR No. NP

1

Sample Description Ceramic Floor (31.6 x 31.6 cm) Sampled By N.P.

Source AL-Jawdzh Porcelain & Ceramic Company Sampling Date N.P

Location N.P Sampling Cert N.P.

BS EN ISO 10545-2:1997 Sampie Brt. In By CLIENT'S REP,
Date Received 05/04/2023
Date Tested 29/04/2023
Tested by Abdul Rahman
Reviewed by A_Shasban (RY-103)
Test Location ACES Riyadh
Lab. Location ACES Riyadh
Reported By Eng. Rania RY-890
Measured Width Measured Thickness
(mm) (mm)
3150 315.0 10.59 10.91
315.0 3150 10.61 10.71
3150 315.0 10.66 10.93
Average 315.0 10.7
Avg. Size Deviation
(%)
Technical Data
Sheet Specification- +0.25% +0.25% =0.30%
Size Deviation (%)

Test Method Var.

022 0.22

Standard of Technical Data Sheet

CONCLUSION: Pugs Conclusion: Specification

Notes:

*The test resuits represent the submitted sample only.

*Test resuits shall not be interpreted, reproduced or quoted in a whole or in part without prior written approval of ACES

“ACES is responsible for ail information provided in the report which resulted from our octivities but except for any information provided by

the Customer or resvited from activities performed by onother entity. o

* Decision Rule : Simple Acceptance 7 /
"End of the Report" ( P

V‘;‘f’.’-ﬁ?mm

pagh for Laboratories and Soil

4
Arab Cor

|/ ACES Riyadh

- 5 -

ACES Riyadh: RO. Box 46891 Riyadh 11542 - Tel. :+966-11-2372222, 2353467 - Fax : +986-11-2357434 - C.C. No. 118688-C.R.: 1010115:5!}- 'E-ma!l: sm:h%eﬁm"mﬂ‘
ACES Jeddah: PO. Box 132905 Jeddah 21382 - Tel. :+965-12-6641422, 6636380 - Fax : +966-12-6635448 - C.C. No 10693:-! CR ‘403015.?5:33 E-mail: acnslged 1h.% E.LS-JF:.CO!’!
ACES Khobar: PO. Box 70159 Khobar 31852 - Tel, :+066-13-8811941, 8811942 - Fex : +966-13-8811047 - C.C. Ne -3:‘!"{1‘.0 CR 255103.-‘%?‘ E-mall: aces*hc_lbarga\:es-:n:.cam
ACES Najran: PO, Box 406 Najran - Tel. ; +966-17-5230037, +966-17-5230273 - Fax : +866-17-5235761 - C.C. No. 1117678 - CR. .5:‘35031 ;E'L-— E-mail .‘,r.esn.xjr‘ankf.-a.m--n; com
ACES Buraydah: PO. Box 52391 Buraydah 8225 - Tel. : +866-16-3844575 - Fax : +966-16-3844001 - C.C. No. 601001156842 . C.R. : 1131032563 - E-mail mtssbuwyuﬁ{ﬁaces-:;mm
ACES Madinah: PO, Box 41432 Madinah - Tel, : 4866 - 14 - 8693326 - Fax : +866-14- 8693135 - C.C. No. 203001171492 - C.R. : 4650078085 - E-mail: acesmadinah@acos-int.com
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TEST REPORT

RESISTANCE TO DEEP ABRASION OF CERAMIC FLOOR TILES

METHOD : ISO 10545-6

AlL-Jawdah Porcelain & Ceramic Company

Report No.

RH.MMR23002013

Al-Jawdah Porcelain & Ceramic Company

Date Reported

28/05/2023

N.P

Request No.

RH.MMO23000478

Iskan AlMashriquia

Sampie No.

RH.MMS23000662

Ceramic Floor (31.6 x 31.6 cm)

Sample Brt. in By

CLIENT'S REP.

N.P

Date Received

05/04/2023

Test Results

Chord Length of the
Groove (mm)

10,66

V{mm®?)

Less than 67

10.32 Less than 67

Average Less than 67

Notes:

*The test results represent the submitted sample only.
“Test results shall not be interpreted, reproduced or quoted in a whole or in part without prior written approval of ACES

"ACES Is responsible for alf information provided in the report which resulted from our activities but except for any
information provided by the Customer or resulted Jfrom activities performed by another entity.

* Decision Rule : Simple Acceptance
“End of the Report® P
M}@: Department
Arab Company for | aboratories anit<oil
ACES Rijadh

End of Report

ACES Riyadh: PO, Box 46891 Riyadh 11542 - Tel. :+866-11-2372222, 2353467 - Fax : +906-11-2367434 - C.C. No . 116998 - C.R. : 1010172258 - E-mail: nt.com
ACES Jeddah: PO. Box 132005 Jeddah 21382 - Tel. : +966-12-5641422, 6636380 - Fax : +966-12-6635448 - C.C. No . 106934 - C.R. : 4030157586 - E-mail: acesjeddah@aces-int.com
ACES Khobar: PO. Box 70158 Khobar 31952 - Tel. :+-966-13-8811941, B811942 - Fax : +966-13-8811947 - C.C. No . 88216 - C.R. : 2051037267 - E-mail: aceskhobar@aces-ink.com
ACES Najran: PO. Box 406 Najran - Tol, :+966-17-5239037, -+ 966-17-5230273 - Fax : +966-17-5235761 - C.C. No, 1117678 - C.R. : 5950017513 - E-mail: acesnajran@aces-int.com
ACES Buraydah: PO. Box 52301 Buraydah 8225 - Tel, :+066-16-3844575 - Fax : +966-16-3844001 - C.C. No. 601001156042 - C.R. : 1131032563 - E-mail: acesburaydah@aces-int.com
ACES Madinah: F.O. Box 41432 Madinah - Tel, : +966 - 14 - 8693326 - Fax : 4966 -14- 8583135 - C.C, No. 203001171482 - C.R. : 4650078095 - E-mail: acesmadinah@aces-int.oom
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TEST REPORT
RESISTANCE TO DEEP ABRASION OF CERAMIC FLOOR TILES

METHOD : 1SO 10545-6

Client Al-Jawdah Porcelain & Ceramic Company |Report No. RH.MMR23002013

Contractor

Al-Jawdah Porcelain & Ceramic Company

Date Reported

28/05/2023

Consultant

N.P

Request No.

RH.MMO23000478

Project

Iskan AlMashriquia

Sample No.

RH.MMS23000662

Sample Desc. Ceramic Floor (31.6 x 31.6 cm) Sample Brt. In By
Sampling Date N.P Date Received

CLIENT'S REP.
05/04/2023

Test Results

Chord Length of the
Groove {(mm)

10.66 Less than 67

V{mm®)

10.32 Less than 67

Average Less than 67

Notes:
*The test resuits represent the submitted sample only.

“Test results shall not be interpreted, reproduced or quoted in a whole or in part without prior written approval of ACES

"ACES is responsible for all information provided in the report which resulted from our activities but except forany
information provided by the Customer or resulted from activities performed by another entity.

* Decision Rule : Simple Acceptance
"End of the Report® A~
M;@;_x_.« Department
Arab Company for | aboratories and Soil
ACES Riyadh

End of Report

ACES Riyadh: RO, Box 46801 Riyadh 11542 - Tel, :+9866-11-2372222, 2353467 - Fax ; +9086-11-2367434 - C.C. No . 116898 - C.R. : 1010172258 - E-mail: acesriyadh@aces-int.com
ACES Jeddah: PO, Box 132005 Jeddah 21382 - Tel. - +966-12-6641422, 6636380 - Fax : +966-12-6635448 . C,C. No . 106934 - C\R. : 4030157586 - E-mail: acesjeddah@aces-int.com
ACES Khobar: PO. Box 70158 Khebar 31952 - Tel. ; +966-13-8811941, 8811942 - Fax : $966-13-8811947 - C.C. No . 98216 - C.R. : 2051037267 - E-mail: aceskhobar@aces-inl.com
ACES Najran: PO. Box 406 Najran - Tel, :+966-17-5239037, +966-17-5230273 - Fax ; -+966-17-5235761 - C.C. No. 1117678 - C.R. : 5950017513 - E-mail: acesnajran@uces-int.com
ACES Buraydah: PO. Box 52391 Buraydah 8225 - Tel, :+966-16-3844575 - Fax : +966-16-3844001 - C.C. No. 601001156942 - C.R. : 1131032563 - E-mail: acesburaydah@aces-int.com
ACES Madinah: PO, Box 41432 Madinah - Tel, - +9686 -14- 8693326 - Fax : +906-14- 8693135 - C.C. No. 203001171492 - C.R. : 4650078095 - E-mail: dinah int.com

Website: www.aces-int.com [ @gg] &l car
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For Laboratories and Soil

TEST REPORT FOR
WATER ABSORPTION OF CERAMIC FLOOR TILES

Owner

N.P

ACES Report No.

RMR23010341/2

Contractor

AlL-Jawdah Porcelain & Ceramic
Company

Date Reported

02/05/2023

Consultant

N.P

Sample No.

RMS523003173

Project No.

N.P

Request No.

RMQ23002172

Project Name

Iskan AlMashriquia

Client Reference

PM23000002

Sample Description

Ceramic Floor ( 40x40 cm)

Sampled By

N.P.

Source

AL-Jawdah Porcelain & Ceramic
Company

Sampling Date

N.P

Sampling Cert

N.P.

Sample Location

N.P

Sampling Method

N.P

Work Size

400x400mm

No. of Specimens

Test Method

BS EN 150 10545-3:1997

Sample Brt. In By

ACES' Rep.

Test Method Var.

Date Received

22/03/2023

Date Tested

16/04/2023

Tested by

Abdul Rahman

Reviewed by

A _.Shaaban (RY-103)

Test Location

ACES-Riyadh-Main Lab

Lab. Location

ACES-Riyadh-Main Lab

Reported By

Eng. Rasdi (RY-120)

Wit. of 55D sample In
air
(2)

Wt. of oven-dry
sample
(g)

Wt. of sample in water

(®)

Absorption (%)

193.0 206.4

116.2

6.9

191.5 203.6

115.6

6.3

192.0 205.3

116.0

6.9

195.0 208.0

117.4

6.7

197.0 210.3

118.6

6.8

Average

6.7

Technical Data Sheet Specification

6.0-7.0

Pass

Standard of

Technical Data Sheet

CONCLUSION:

Conclusion: Specification

1.The test results represent the tested sample(s) only.
2.Test results shall not be interpreted, reproduced or quoted in a whole or in part
3. The laboratory is responsible for all the information provided in the report.

T

1of1 -End of Repart- QP102-100-4014
ACES Riyadh: PO. Box 46881 Riyadh 11542 - Tel. :+966-11-2372222, 2353467 - Fax : +966-11-2357434 - C.C. No . 116998 - C.R. : 1010172258 - E-mail: acesriyadh@aces-int.com
ACES Jeddah: PO. Box 132905 Jeddah 21382 - Tel. :+966-12-6641422, 6636380 - Fax : +966-12-6635448 - C.C. No . 106934 - C.R. : 4030157586 - E-mail: acesjeddah@aces-int.com
ACES Khobar: PO. Box 70159 Khobar 31952 - Tel. : +966-13-8811941, 8311942 - Fax : +966-13-8811947 - C.C. No . 98216 - C.R. ; 2061037267 - E-mail: aceskhobar@aces-int.com
ACES Najran: PO. Box 406 Najran - Tel. ;+966-17-5239037, +966-17-5230273 - Fax : +966-17-5235761 - C.C. No. 1117678 - C.R. ; 5950017513 - E-mail; acesnajran@aces-int.com
ACES Buraydah: PO, Box 52391 Buraydah 8225 - Tel. :+966-16-3844575 - Fax : +966-16-3844001 - C.C. No. 601001156942 - C.R. : 1131032563 - E-mail: acesburaydah@aces-int.com
ACES Madinah: PO. Box 41432 Madinah - Tel, : +966 - 14 - 8693326 - Fax : +066-14 - 8693135 - C.C. No. 203001171492 - C.R. : 4650078095 - E-mall: acesmadinah@aces-int.com

EQ@QEfgc

Notes: ithour prior written approval of ACES.
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TEST REPORT FOR
MODULUS OF RUPTURE OF CERAMIC FLOOR TILES

Owner N.P ACES Report No. RMR23010342/3

Contractor AL-Jawdah Porcelain & Ceramic Company |Date Reported 02/05/2023

Consultant N.P {Sample No. RMS23003173

Project No. N.P Request No. RMQ23002172

Project Name Iskan AlMashriquia Client Ref./IR No. PM23000002

Sample Description Ceramic Floor ( 40x40 cm) Sampled By N.P

Source AL-Jawdah Porcelain & Ceramic Company  |Sampling Date N.P

Sample Location N.P Sampling Cert. No. N.P

Work Size 400x400mm No. of Specimens 7

Test Method BS EN IS0 10545-4:1977 Sample Brt. In By ACES' Rep.

Date Received 22/03/2023

Date Tested 16/04/2023

Test Method Var.
‘Tested by Abdul Rahman

Reviewed by A.Shaaban (RY-103)

Test Location ACES-Riyadh-Main Lab

Remarks Lab. Location ACES-Riyadh-Main Lab

Reported By Eng. Rasdi (RY-120)

Test Results:

Test Specimen Di
(mm)

Max Load Modulus of Rupture

Client 1D
Thickness |Length| Span Length (N) (N.fmu:l"}

11.45 400 350 1574.3 233
11.48 400 350 1445.7 21.2
11.84 400 350 1674.0 23.1
11.56 400 350 1446.8 21.1
11.63 400 E 1563.2 22.2
11.68 400 3 1579.8 22.2
11.61 400 3 1430.1 20.6
Minimum 20.6
Average 22.0
22 N/mm’,

Ceramic Floor (
40x40 cm)

Technical Data Sheet Specification Min(Average), 20
N/mm’ (Individual)

Technical Data Sheet

CONCLUSION: Pass Standard of Concl
Specification

1.The test results represent the submitted sample only.

2. Test results shall not be imerpreted reproduccd or- quo!ad i & whole or in pa hout prior written approval
of ACES. 4

3.The laboratory is responsible for rll the informltloﬁ pro\jdcd l.d lﬁl

ACES Riyadh: PO. Box 46891 Riyadh 11542 - Tel. :+966-11-2372222, 2353467 - Fax : +966’-11-235?434- C.C. No. 116998 C.R.: 1010172258 - E- muJF mnﬁy&dh@acaa-lntcom
ACES Jeddah: PO. Box 132905 Jeddah 21382 - Tel. :+966-12-6641422, 6636380 - Fax : +966-12-6635448 - C.C. No -C.R.

ACES Khobar: PO. Box 70159 Khobar 31952 - Tel, : +966-13-8811941, BB11942 - Fax : +966-13-8811947 - C.C. No b+ C. E 1ai I. Jces-'l\DU.J

ACES Najran: PO. Box 406 Najran - Tel. : +966-17-5239037, +966-1 30273 - Fax : +966-17-5235761 - C.C. No .R. 513 - E-mail: acesnajrar

ACES Buraydah: PO. Box 52391 Buraydah 8225 - Tel. :+566-16-3844 Fax : +966-16-3844001 - C.C. No. 60 . 1131032563 - E-mail: acesburayda

ACES Madinah; PO. Box 41432 Madinah - Tei, ; +966 - 14 - B693326 - Fax : +966-14- 8683135 - C.C. No. 2 1 492 - C.R. : 4650078095 - E-mail: acesmadinah@aces-int.com

Website: www.aces-int.com Q-@] & ca B ANYi0s e JLI ol Bagama ddyhons cl3 36,4
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TEST REPORT FOR
CHEMICAL RESISTANCE OF CERAMIC FLOOR TILES

Owner

N.P

ACES Report No.

RMR23010344

Contractor

AL-Jawdah Porcelain & Ceramic
G y

Date Reported

02/05/2023

Consultant

N.P

Sample No.

RMS23003173

Project No.

N.P

Request No.

RMQ23002172

Project Name

Iskan AlMashriquia

Client Ref/IR No.

PM23000002

Sample Description

Ceramic Floor ( 40x40 cm)

Sampled By

N.P

Source

AL-Jawdah Porcelain & Ceramic
Company

Sampling Date

Sample Location

N.P

Work Size

400x400mm

Sampling Cert. No.

Test Method

ISO10545-13:1997

Sample Brt. In By

ACES' Rep.

Date Received

22/03/2023

Date Tested 16/0472023

Test Method Var,

Tested by Ahmed Morsy RY-331

Reviewed by A_Shaaban (RY-103)

Test Location ACES-Riyadh-Main Lab

Lab. Location ACES-Riyadh-Main Lab

Reported By ! Eng. Rasdi (RY-120)

Test R Jow o

Technical Data Sheet

Solutio ed
b Specification

Sample No. Conclusion

Sodium Hypochloride §
ar

Ammoniom Chlonide NH,Cl GA (No Visible Effect)

10 %

Hydrochloric Acid HCI 3%

Potassium Hydroxide -KOH
3%

Resistant
GLA(No Visible Effect)

Hydrochloric Acid HCI 18%

Potassium Hydroxide -KOH
10%

Notes: 1.The test results represent the submitted sample only.
2. Test results shall not be interpreted. reproduced or quoted in a whole or in pars without prior written
approval of ACES, ] = e
3.Tbe laboratory is responsible for 3l the ng@ in tsrz E

‘llllﬂlllll“ l »-’L-,,:I,L rios & o 3,5 fﬂjl. 2 [}h.mluh
0 v01. -2
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It L) J > pmtsﬂf ~Riyadh

GHA(No Visible Effect)

-
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Rivadn B —ptills =
—lyadh Branci Re_ﬂ\_ﬂ;ﬁ&mﬂny for Laboratoriy and Soil

ACES Riyadh: PO, Box 46891 Riyadh 11542 - Tel. :+966-11-2372222, 2353467 - Fax : +966-11-2357434 - C.C. No . 116998 - C.R. : 1010172258 - E-mall: acesrtyadh@aces-int.com
ACES Jeddah: PO. Box 132905 Jeddah 21382 - Tel. :+966-12-6641422, 6636380 - Fax : +966-12-6635448 - C.C. No. 106934 - C.R. : 4030157586 - E-mall: acesieddah@aces-int.com
ACES Khobar: PO. Box 70158 Khobar 31952 - Tel. :+966-13-8811941, 8811942 - Fax : +966-13-8811847 - C. C. No. 98216 - C.R. : 2061037267 - E-mall: aceskhobar@aces-int.com
ACES Najran: PO. Box 408 Najran - Tel, :4+966-17-5238037, +966-17-5230273 - Fax : +966-17-5235761 - C.C. No. 1117678 - C.R. : 5950017513 - E-mall: acesnajran@aces-int.com
ACES Buraydah: P0. Box 52391 Buraydah 8226 - Tel, :-+066-16-3844575 - Fax : +966-16-2844001 - C.C. No. 601001156942 - C.R. : 1131032563 - E-mail: acesburaydah@aces-int.com
ACES Madinah: P.O. Box 41432 Madinah - Tel. : +966 - 14 - 8893326 - Fax : +066-14 - 8893135 - C.C. No. 203001171482 - C.R. : 4850078095 - E-mail: acesmadinah@aces-int.com
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Website: www.aces-int.com
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TEST REPORT FOR
RESISTANCE TO STAIN OF CERAMIC FLOORC TILES

Owner

NP

ACES Report No.

RMR23010347

Contractor

Al-Jawdah Porcelain & Ceramic
Company

Date Reported

02/05/2023

Consultant

N.P

Sample No.

RMS23003173

Project No.

NP

Request No.

RMQ23002172

Project Name

Iskan AlMashriquia

Client Ref.

PM23000002

Sample Description

Ceramic Floor ( 40x40 em)

Source

AL-Jawdah Porcelain & Ceramic
Company

<]Ssmpljng Cert. No.

Location

NP

Sampled By

N.P

Test Method

BS EN IS0 10545-14

Sample Brt. In By

ACES' Rep.

Test Method Var.

Date Received

22/03/2023

Date Tested

16/04/2023

Tested by

Abdul Rahman

Reviewed by

A Shaaban (RY-103)

Test Location

ACES-Riyadh-Main Lab

Lab. Location

ACES-Riyadh-Main Lab

Reported By

Eng. Rasdi (RY-120)

Test Results:

Sample No.

Test Carried-out

Test Results

1

Resistance to stain

Class 5

Notes: 1.The test results represent the submitted sample only.
2, Test results shall not be interpreted, reproduced or quoted in a whole or in part without prior written
approval of ACES.

3.The laboratory is responsible for all the information provided in the yfport.
Ed| ;{h‘é'-ln.u\_ hamaiseh
Aaterials Department-Manager —Riyadh
7" \amabCompany for Laboratoria and Soil
LadlCEE |
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Owner ‘H,P ACES qurt Na R\{RESGIUHS

T AL-Jawdah Porcelain & Ceramic
Contractor Campiin

Consultant NP Sample No. RMS23003173
Project No. N.P Request No. RMQ23002172

Date Reported  [02/05/2023

Project Name Iskan AlMashriquia Client Reference |PM23000002

ISample Description Ceramic Floor ( 40x40 cm) Sampled By

AL-Jawdah Porcelain & Ceramic
Company
Location NP Sampling Cert

Source Sampling Date

Test Method BS EN ISO 10545-2:1997 Sample Brt. In By |ACES’ Rep.

Date Received 22/03/2023

Date Tested 29/04/2023
Test Method Var.

Tested by Abdul Rahman

Reviewed by A_Shasban (RY-103)

Test Location ACES-Riyadh-Main Lab

[E—y A Lab. Loeation  |ACES-Riyadh-Main Lab

Reported By Eng. Rasdi (RY-1200

Tmimtrs

= Measured
Sample No. Measured Length | Measured Width Thie
(mm) (mm) (m“]"'

4000 | 4000 [ 4000| 4000 | 11.45 | 11.56

4000 | 4000 | 4000| 4000 | 11.48 | 11.63

4000 | 4000 | 4000 | 4000 | 11.84 | 11.68
400.0 400,0 11.61

Avg. Size
Deviation (%)
Technical Data
Sheet
Specification-
Size Deviation
(%)

0.00

Notes: 1.The test results represent the submitted sample only.
1. Test results shall not be interpreted, reproduced or quoted in a whole or in part without prior
written approval of ACES. (
3.The laboratory is respousiblf Tor all (he ihfor_i!l_?:&gnvld{d' l;r_ port.

- i Gt al Khamaiseh
- e Bl .} Dépurtmens- Manager —Riyadh
- -"’: - me Campany for Laboratorie¥ and Soil
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.:,5 TEST REPORT FOR

~ S NT OF SURFACE FLATNESS OF C
Arwﬁﬁﬁﬁf
For L’m&‘i&fﬂ“ Soll  au,ally al,—oataly | “eramic Company te Re
Consultant # Sample No. RMS.
Pro, N.P Request No. RMQ23002172
ct Name Iskan AlMashriquia Client Reference PM23000002

Sample Description Ceramic Floor ( 40x40 cm) Sampled By N.P.
Source Al-Jawdah Porcelain & Ceramic Company Sampling Date and time|N.P.

Sample Location N.P Sampling Cert N/A

Test Method BS EN ISO 10545-2:1997 Sample Brt. In By ACES' Rep.

|Date Received 22/03/2023

/ |Date Tested 29/04/2023

Test Method Var. N/A Tested by Abdul Rahman
Reviewed by A.Shaaban (RY-103)
Test 1 ti ACES-Riyadh-Main Lab

Remarks N/A Lab. L ti ACES-Riyadh-Main Lab
Reported By Eng. Rasdi (RY-120)

Measurement of Surface Flatness(Centre Curvature)

Diagonal Length Maximum Center of
departure of the curvature

Specimen No. (D) centre of a tile from AC
(mm) the plane AC, mm D
D (%)
565.0 0.000 0.000
565.0 0.000 0.000
565.0 0.000 0.000
Avg. (%) 0.000
Technical Data Sheet Specification (%) +0.40%
Measurement of Surface Flatness(Edge Curvature)
Maximum Edge of
departure of the curvature
( L) 'I:lill:p‘:: : ::;T: -\l:‘i
(%)
400.0 0.102 0.026
400.0 0.102 0.026
400.0 0.102 0.026
AvVg. (%) 0.026
Technical Data Sheet Specification (%) +0.40%
Measurement of Surfnm_ﬂmcss{“’arplge )

Length

Specimen No.
(mm)
L

Di Maximum ,
iagonal Length Sirtiretiie Warpage
edge of a tile from AW
the plane AW, mm o
D
(%)
565.0 0.000 0.000
565.0 0.000 0.000
565.0 0.000 0.000
Avg, (%) 0.000

Technical Data Sheet Specification (%) +0.40%

Specimen No. (D)
(mm)

Notes: 1.The test results represent the submitted sample only.
2. Test results shall not be interpreted, reproduced or guoted in a whole or in part witho ?ior written approval of
ACES. /
3.The laboratory is responsible for all the information provided in the repor?/

-End of Report-

ACES Riyadh: PO. Box 46891 Riyadh 11542 - Tel. :+-966-11-2372222, 2353467 - Fax : +066-11-2357434 - C.C. No . 116898 - C.R. : 1010172258 - E-mail: acesrlyadh@aces-int.com
ACES Jeddah: PO, Box 132905 Jeddah 21382 - Tel, ;+966-12-6641422, 6636380 - Fax : +966-12-6635448 - C.C. No . 106934 - C.R. : 4030157586 - E-mail; acesjeddah@aces-int.com
ACES Khobar: PO, Box 70158 Khobar 31952 - Tel, ;+966-13-8811041, 8811942 - Fax ; +966-13-8811947 - C.C. No . 98216 - C.R. : 2051037267 - E-mail: aceskhobar@aces-int.com
ACES Najran: PO. Box 406 Najran - Tel. :+966-17-5239037, +966-17-5230273 - Fax : +966-17-5235761 - C.C. No. 1117678 - C.R. : 5950017513 - E-mail: acesnajran@aces-int.com
ACES Buraydah: PO. Box 52391 Buraydah 8225 - Tel, : +966-16-3844575 - Fax : +0966-16-3844001 - C.C. No. 601001156942 - C.R. : 1131032563 - E-mail: acesburaydah@aces-int.com
ACES Madinah; PO, Box 41432 Madinah - Tel. : +966 - 14 - 8693326 - Fax ; +066-14 - 8693135 - C.C. No. 203001171492 - C.R. : 4650078095 - E-mail: acesmadinah@aces-int.com

Website: www.aces-int.com Qm & car R A L L e T

s AoIC:
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For Laboratories and Soil

TEST REPORT FOR
MOHS HARDNESS TEST OF CERAMIC FLOOR TILES

Owner

N.P

ACES Report No.

RMR23010370

Contractor

AL-Jawdah Porcelain & Ceramic Company

Date Reported

02/05/2023

Consultant

NP

ISlmple No.

RMS23003173

Project No.

NP

rRequm No.

RMQ23002172

Project Name

Iskan AlMashriquia

Client Reference

PM23000002

[Sample Description

Ceramic Floor ( 40x40 cm)

[Sampled By

N.P.

[Souree

AL-~Jawdah Porcelain & Ceramic Company

[Sampling Date

N.P.

|Sample Location

N.P

|Sampling Cert

N/A

Test Method Var.

|Sample Brt. In By

ACES' Rep.

Date Received

22/03/2023

Date Tested

29/04/2023

Tested by

Abdul Rahman

Reviewed by

A_Shaaban (RY-103)

Test 1 i

ACES-Riyadh-Main Lab

Lab. Location

ACES-Riyadh-Main Lab

Reported By

Eng. Rasdi (RY-120)

Mohs'
Hardness

No Sign
of Scrach No Seeach 5.7

Remarks : The test result represents the mineral of highest Mohs' hardness that produces no more than one
scratch in five attempts.
Mohs' Harduess Scale
Test
Mineral
Moh's
Hardness

Technical Data Sheet
Specification

Test Method Mohs Hardness Scale

Mohs Hardness

Tale |Gypsum | Caleite | Fluorite

1 2 3 4 5 6

Notes: 1.The test results represent the submitted sample only.
2. Test resuits shall not be interpreted, reproduced or quoted in a whole or in part without prior written
approval of ACES, y
3.The laboratory is » ible for all the information provided in the report.

Ehg-SHal Khamaiseh

Mlerits-Lepartment Manager —Riyadh
7Arab Company for t=hamiories and Soil
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ACES Riyadh: RO, Box 46801 Riyadh 11642 - Tel. :+066-11-2372202, 2353467 - Fax : +966-11-2357434 - C.C. No . 116998 - C.R. : 1010172258 - E-mall: acesriyadh@aces-int.com
ACES Jeddah: P.O. Box 132905 Jeddah 21382 - Tel. :+966-12-6641422, 6636380 - Fax ; +966-12-6635448 - C.C. No. 108934- CR 4030157586 - E-mail: acesjeddah@aces-int.com
ACES Khobar: P.O. Box 70158 Khobar 31952 - Tel. :+966-13-8811941, 8811942 - Fax ; +966-13-8811847 - C.C. No. 98216 - C.R, : 2051037267 - E-mail: aceskhobar@aces-int.com
ACES Najran: PO. Box 406 Najran - Tel, : +966-17-5239037, +966-17-5230273 - Fax : +966-17-5235761 - C.C. No. 1117678 - C.R. : 5950017513 - E-mail: acesnajran@aces-int.com
ACES Buraydah: PO. Box 52391 Buraydah 8225 - Tel. :+066-16-3844575 - Fax : +966-16-3844001 - C.C. No. 601001156942 - C.R. : 1131032563 - E-mail acesburaydah@aces-int.com
ACES Madinah: PO, Box 41432 Madinah - Tel, : +066 - 14 - BES3326 - Fax : +066-14 - 8683135 - C.C. No. 203001171492 - C.R. : 4850078005 - E-maik acesmadinah@aces-int.com

Website: www.aces-int.com E @aﬁ] ga]ccr . OATYi0 s s e s JLUl ) Bagime Ll ghona 3 36,8
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AL HOTY‘§T&NG ER TEST REPORT Our Ref..RDCSD2410222

ON SITE WITNESSING OF TILE TEST Date: 02 December 2024

Page: 1 of 1
TEST METHOD : SASO ISO 13006 : 2022

Client : Al Jawdah Factory Porcelain & Ceramic Co. Date Sample Received : N/A

Location/Source : Al Jawdah Factory Porcelain & Ceramic Co., Riyadh, K.S.A Date Sample Tested :01-Dec-2024

Sample ID : Bla Porcelain Tiles Sampling Method : Random Sampling
Size : 600X600X10mm Test Witnessed by : Engr Yusuf
Test Standard  : SASO ISO 13006:2022 Test Conductedat  : Al Jawdah Lab Facility

SASO IS0 Standard for Bia (Ev S0.5%)

Al Jawdah
Test Performed sstMet ! 006 : 2018 Ceramics Test Remarks

10545 Requirements Results
Length & Width +0.30% -0.03% Passed

Thickness 15.0% 0.08% Passed

Straightness of Sides H.30% -0.05% Passed

Rectangularity SN -0.17% Passed

SASO IS0 10545-2 +0.40% 0.13% Passed

Center Curvature

Edge Curvature - -0.14% Passed

Warpage 2 0.06% Passed

Minimum 95% of Tiles should be Free from any
free from visible defects visible defects

5% Tndvidual
Water Absorption (% ) SASO ISO 10545-3 PYETEAORMY 0.19% Passed
max. 0.6%
Minimum 35 N/mm’

Individual min 32 N/mm®

Surface Quality Passed

Modulus of Rupture (N/mm? ) 36 N/mm’ Passed

SASO ISO 10545-4
Breaking Strength N >1300N 2150 Passed

Report Abrasion Class and

Surface Abrasion SAS0 IS0 10545-7 Cycle Passed

1500 Class-3 Passed

Thermal Expansion °C SASO ISO 10545-8 Test Method available 7.70 10-7 =C-1 Passed

Thermal Shock Resistance SASQ ISO 10545-9 Test Method available Passed Passed

No Specimen
Showed Crazing
Frost Resistance SASO ISO 10545-12 Required Passed Passed

Crazing Resistance SASO ISO 10545-11 Required Passed

Chemical resitance SASO ISO 10545-13 Minimum Class B Class -A Passed

Stain Resistance SASO SO 10545-14 Minimum Class 3 Class 5 Passed

l'\ﬂ(l:l‘z«j“e ’ !S;’éﬂn

Acting Regiondl Manager — Central Region . i RS Technical Manager — Central Region
For AL HOTY-STANGER LTD. % - 4 For AL HOTY-STANGER LTD.

INDEPENDENT LABDFIATORIES & MATERIALS TESTING
P.0. BOX 3072 Al-Khobar 31952 - Tel: (013) 889 1000 / 808 4317 / 808 7517 / 808 7518 / 808 5217 Fax: (013) 8981466
Jubail P.0. 467 - Tel: (013) 341-6791 Fax : (013) 341-0642 - Hofuf P.O. Box 2752 - Tel: (013) 586-3210 Fax: (013) 587-1420 - Riyadh P.0. Box 7359 - Tel: (011) 476-4292 Fax: (011) 479-2058
Jeddah P.O. Box 8129 - Tel: (012) 660-1924 Fax: (012) 665-6742 - Yanbu - P.O. Box 30312 - Tel: (014) 322-5495 Fax: (014) 301-7471 - Jazan : Tel.: (017) 334-0518

AL-JAWDAH PORCELAIN & CERAMICs AO!CY
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AL HOTY-STANGER

TEST REPORT

ON SITE WITNESSING OF TILE TEST

TEST METHOD : SASO I1SO 13006 : 2022

Our Ref.:RDCSD241022

Date: 02 Dec-2024

Page: 1 of 1

Client

: Al Jawdah Factory Porcelain & Ceramic Co.

Date Sample Received :

N/A

Location/Source : Al Jawdah Factory Porcelain & Ceramic Co., Riyadh, K.5.A

Date Sample Tested

: 01-Dec-2024

Sample ID

: BIll Wall body Glazed Rectified

Sampling Method

: Random Sampling

Size
Test Standard

: Engr Yusuf
: Al Jawdah Lab Facility

: 300X600X09mm Test Witnessed by
: SASO 1SO 13006:2022 Test Conducted at
SASO IS0 Standard for Blll (Ev > 10%)

{5%0 1SO 13006 : 201
est Metho

10545 Requirements

Al Jawdah
Ceramics Test
Results

Test Performed Remarks

Length & Width 0.60% 0.03/0.05% Passed

+10%

Thickness 1.44% Passed

Straightness of Sides +0.50% 0.11 Passed

Rectangularity +0.50% -0.14% Passed

SASO ISO 10545-2

+0.50% 0.19%

0.14%

Center Curvature Passed

+0.50%

Edge Curvature Passed

Warpage +0.50% 0.08% Passed

Free from any
visible defect

Minimum 95% of Tiles should be

Surface Quality free from visible defects

Passed

Water Absorption (% ) SASO I1SO 10545-3 10% <Ev <20% 18.80% Passed

Modulus of Rupture (N/mm?) Minimum 15 N/mm’ 21.78 N/mm? Passed

SASO ISO 10545-4

Breaking Strength N 2600 N 1073N Passed

SASO ISO 10545-8 Test Method available 6.20 10-7 °C-1
No Specimen
Showed Crazing

Passed

Thermal Expansion °C Passed

Crazing Resistance SASO ISO 10545-11 Required Passed

Frost Resistance SASO IS0 10545-12 Required Passed

Chemical Resistance SASO I1SO 10545-13 Minimum Class B Class A

Passed

Stain Resistance SASO ISO 10545-14 Minimum Class 3 Class 5

Passed

Reviewed by:

bl th

Technical Manager — Central Region
For AL HOTY-STANGER LTD.
of Al Hoty Stanger Ltd. Co. Laboratory

,;ng’
P /LTI LLL R\ X
RIYADH

ggional Manager — Central Region
For AL HOTY-STANGER LTD.

|This report relates only to the sample tested and shall only be reprigi@ed

AL HOTY-STANGER LTD. CO.
INDEPENDENT LABORATORIES & MATERIALS TESTING
P.0. BOX 3072 Al-Khobar 31952 - Tel: (013) 889 1000 / 808 4317 / 808 7517 / 808 7518 / 808 5217 Fax: (013) 898-1466
Jubail PO. 467 - Tel: (013) 341-6791 Fax : (013) 341-0642 - Hofuf P.O. Box 2752 - Tel: (013) 586-3210 Fax: (013) 587-1420 - Riyadh P.O. Box 7359 - Tel: (011) 478-4292 Fax: (011) 479-2058
Jeddah P.O. Box 8129 - Tel: (012) 660-1924 Fax: (012) 665-6742 - Yanbu - P.O. Box 30312 - Tel: (014) 322-5495 Fax: (014) 391-7471 - Jazan : Tel.: (017) 334-0518
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AL HOTY STANGER

TEST REPORT

ON SITE WITNESSING OF TILE TEST

TEST METHOD : SASO ISO 13006 : 2022

Our Ref.RDCSD2410222

Date: 02 Dec 2024

Page: 1 of 1

Client : Al Jawdah Factory Porcelain & Ceramic Co.

Date Sample Received :

N/A

Location/Source : Al Jawdah Factory Porcelain & Ceramic Co., Riyadh, K.5.A

Date Sample Tested

: 01-Dec-2024

Sample ID : Blll Floor body Glazed Rectified

Sampling Method

: Random Sampling

Size : 600X300X9mm

Test Witnessed by

: Engr.Yusuf

Test Standard  : SASO ISO 13006:2022

Test Conducted at

Al Jawdah Lab Facility

Test Performed

SASO 150 Standard for Blla (3% < Ev <6%)

’ SASO ISO 13006 : 2018 )
est Metho

Test Results

Al Jawdah Ceramics

Remarks

10545

Requirements

Length & Width

Thickness

Straightness of Sides

Rectangularity

Center Curvature

SASO ISO 10545-2

Edge Curvature

Warpage

Surface Quality

+0.60%

0.03/0.05%

Passed

+10.0%

1.52%

Passed

+0.50%

0.15%

Passed

+0.50%

0.20%

Passed

+0.50%

0.14%

Passed

+0.50%

0.16%

Passed

+0.50%

0.19%

Passed

Minimum 95% of Tiles should be
free from visible defects

Free from any visible
defects

Passed

Water Absorption (%)

SASO ISO 10545-3

3.0%<EV<6.0%
Individual max. 6.5%

5.36%

Passed

Modulus of Rupture (N/mm?)

SASO IS0 10545-4

Breaking Strength N

Minimum 22 I\Iimm2
Individual min 20 N/mm?*

25.31 N/mm?

Passed

21000 N

1555 N

Passed

Thermal Expansion °C

SASO ISO 10545-8

Test Method available

7.74 10-7 °C-1

Passed

Surface Abrasion

SASO ISO 10545-7

Report Abrasion Class and
Cycle Passed

1500 Revs. Class 3 Heavy
Traffic

Passed

Crazing Resistance

SASO I1SO 10545-11

Required

No Specimen Showed
Crazing

Passed

Frost Resistance

SASO ISO 10545-12

Required

Passed

Passed

Chemical Resitance

SASO0 ISO 10545-13

Minimum Class B

Class -A

Passed

Stain Resistance

SASO ISO 10545-14

Minimum Class 3

Class 5

Passed

Rewewed by:
;.z
MOHAMMAD SUF éHAN

Technical Manager — Central Region
For AL HOTY-STANGER LTD.

ppfisfal of Al Hoty Stanger Ltd. Co. Laboratory

ANGER LTD. CO.
INDEPENDENT LABORATORIES & MATERIALS TESTING
P.0. BOX 3072 Al-Khobar 31952 - Tel: (013) 889 1000 / 808 4317 / 808 7517 / 808 7518 / 808 5217 Fax: (013) 895-1466
Jubail P.O. 467 - Tel: (013) 341-6791 Fax : (013) 341-0642 - Hofuf P.O. Box 2752 - Tel: (013) 586-3210 Fax: (013) 587-1420 - Riyadh PO, Box 7350 - Tel: (011) 478-4292 Fax: (011) 479-2058
Jeddah P.O. Box 8129 - Tel: (012) 660-1924 Fax: (012) 665-6742 - Yanbu - P.O. Box 30312 - Tel: (014) 322-5495 Fax: (014) 391-7471 - Jazan : Tel.: (017) 334-0518
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AL HOTY'STANGEH TEST REPORT Our Ref. RDCSD-234/1

sl _ ON WITNESSING OF TEST Bate: 08 January 2023

Page: 10of 1
TEST METHOD : SASO ISO 13006 : 2018

po—

Client : Al Jawdah Factory (‘:v((-ium F. Ceramic Co Date Sample Received : NJA

Location/Source : Al Jawdah f ctc'\. F“ orcelain & Ceramic Co., Riyadh, K.S.A Date Sample Tested 07-)an-2023

R e = ———

b.m‘p elD : Floor Ce.amuc Sampling Method Rmdum S.1rnpl|r'g

Sr-’(" 300X300X8mm Test Witnessed by A S Naoe

h-st Standard  : SASO I‘;’\ l 3006:2018 Test Conducted at : Al Jawdah Lab Facility

SASO IS0 Standard 'fot Blla {3% SEv<b%) Al Jawdah

( SASO I1SO 13006 : 2018 ) .
Test Performed Test Method Ceramics Test Remarks

Requirements Results

10545

Length & Width +0.60% 0.20% Passed

Thicknoess 0 % Passed

Straiphtness of Sides +0.50% 0.11% Passed

Rectangularity 0.50% 0.19% Passed

S SASO IS0 10545-2 .
Center Curvature ; 501054 20 50% 0.12% Passed

Edge Curvature +0.50% 0.11% Passed

Iwarpage +0.50% 0.15% Passed
L —

Mei=m 95% of Tios should be .
|Sur=.|u' Quality 99%., No defects Passed
| : : MEOE——
| R <tv<boUn

|Water Absorption (% ) SASO IS0 10545 ) 5.12% Passed
| . L Individual max. 6.5% |

froe fom vsdie ook

Mintmum 22 N/fr

Moedulus of Rupture (N/mm” ) = 27.88 N,(mm'\ Passed
indiwidual min 2 ;
i —— . SASO 150 10545-4

Breaking Strength N 2 1000 N 1740.19 N Passed

Thermal Expansion *C SASO 150 10545-8 Test Method available 6.81 E-6/°C Passed

Report Abrauon Class and 1500 Rews. Class 3 T
rface Abrasion ASO 150 10545.7 ‘
Su ¢ Abrasio S0 B020545 Cycie Passed Heavy Traffic Passed

No Specimen
Crazing Resistance SASO 150 10545-11 Required e Passed

A E— - . Showed Crazing
Frost Resistance SASO 150 10545-12 Quires Passed Passed

Resistance to Chemicals
Hesistance to household chemucals and SASO 150 10545-13 Minimum Class B Class -A Passed

swimming pool

assed

Stain Resistance SASO IS0 10545-14 um Class 3 Class 5
—— —  —_———— e

.

/'/HOSAM M. RASMY
Central Region RIYADH 1] p Technical Manager — Central Region
For AL HOTY-STANGER LTD. 3 N\ e __; For AL HOTY-STANGER LTD.

A
F’ § repont reldtes only to the sample tested and shall only be repro s 3 . ]
—

AL HOTY-STANGER LTD. CO.
INDEPENDENT LABORATORIES & MATERIALS TESTING
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AL HOTY-STANGEH TEST REPORT Our Ref:RDCSD-23472

® ON WITNESSING OF TEST Gato: 03 January 2023

Page: 10f 1
TEST METHOD : SASO ISO 13006 : 2018

=

Client : Al Jawdah Factory Porcelain & Ceramic Co Date Sample Received : N/A

Location/Source : Al Jawdah Factory Porcelain & Ceramic Co., Riyadh, K S.A Date Sample Tested :01-)an-2023

Sample ID : Wall Tiles Sampling Method Random Sampling

Size : 300X600X09mm Test Witnessed by : A.S Naoe

Test Standard  : SASO I1SO 13006:2018 Test Conducted at : Al Jawdah Lab Facility
e SASO 150 Standard for Biil (Ev > 10%) Al Jawdah
{ SASO I1SO 13006 : 2018 ) :
Test Performed Test Method : Ceramics Test Remarks
Requirements Results

10545
Length & Width 10.60% 0.16 /-0.19% Passed

108
Thicknass -2.69% Passed

Straightness of Sides S 0.14 /0.11 % Passed

Rectangularity | 2 0.24 /-0.20% Passed
SAS0 150 10545-2

Center Curvature 0.18% Passed

Edge Curvature 0.05/0.11% Passed

Warpage £0.5( 0.06% Passed

Minirum 5% of Ties shoukd be
freg Fom vishio Oofocts

Surface Quality 98.00% Passed

Water Absorption (%) SAS0 150 10545-3 Ev> 10% 17.32% Passed

Modulus of Rupture (N/mm? ) Minimum 15 N/mm’ 20.22 N/mm‘, Passed
SAS0 150 10545-4

Breaking Strength N > 600N 963.5N Passed

Thermal Expansion *C SASO 150 10545-8 Test Method available 7.2 IEG!‘(‘ Passed

= No Specimen
Crazing Resistance SASQO I1SO 10545-11 Required P Passed

Showed Crazing
Frost Resistance SASO IS0 10545-12 Required Passed Passed
Resistance to Chemicals
Resistance to household chemicals and SASO I1SO 10545-13 Minimum Class B Class -A Passed

Swimming pool

Stain Resistance SASO IS0 10545- Minimum Class 3 Class 5 Passed

RIYAZ A. sw\ﬁ/—‘ g HOSAM M. RASMY

Acyhg Regional Manager -1 Central Region : < IR0\ Cal ol Technical Manager - Central Region
For AL HOTY-STANGER LTD. 1 S 28 For AL HOTY-STANGER LTD.
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AL HOTY-STANGER TEST REPORT Our Ref -RDCSD-234/1

G*i""'“ - ™ ON WITNESSING OF TEST Date: 03 January 2023

=0 e Page: 10of1
TEST METHOD : SASO I1SO 13006 : 2018

Client : Al Jawdah Factory Porcelain & Ceramic Co Date Sample Received : NJA

Location/Source ; Al Jawdah Factory Porcelain & Ceramic Co., Riyadh, K.S.A Date Sample Tested :01-Jan-2023

Sample ID : Floor Ceramic Sampling Method : Random Sampling
Size + 600X600X10mm Test Witnessed by : AS Naoe
Test Standard  : SASO I1SO 13006:2018 Test Conducted at : Al Jawdah Lab Facility

B SASO 1SO Standard for Bila (3% s Ev <6%) Al Jawdah

Test Performed Test LSCJ:;:\‘EC:SO 13006 : 2018 ) Ceramics Test Remarks

Requirements Results

10545
Length & Width +0.60% -0.20% Passed

Thickness +5.0% -1.50% Passed

Straightness of Sides £0.50% 0.11% Passed

Rectangularity +0.50% 0.19% Passed

ASO IS 45-2
Center Curvature SAS0150 105 10.50% 0.12% Passed

Edge Curvature 10.50% 0.11% Passed

Warpage +0.50% 0.15% Passed

Mimmum 95% of Tdes shouid be
Surface Quality .w“\_'_'_,___m,c L "1 99%, No defects Passed

30% <Ev<b.0%

Water Al rpt % SASO 150 10545-
ater Absorption [ % ) SO 10545-3 individual max. 6.5%

5.12% Passed

Minimum 22 .'d,—‘-nn"

Indwidual min 20 N,-frnm“

Modulus of Rupture (N/mm? ) 27.88 N,;'mma Passed

SASO I1SO 10545-4
Breaking Strength N = 1000 N 174019 N Passed

Thermal Expansion *C SASO 150 10545-8 Test Method available 6.81 E-6/°C Passed

7 Report Abrasion Class and 1500 Revs. Class 3
Cycle Passed Heavy Traflic

No Specimen

Crazing Resistance SAS0 150 10545-11 Required _ Passed
Showed Crazing

Frost Resistance SASO I1SO 10545-12 Required Passed Passed

Resistance to Chemicals
Resistance to household chemicals and SASO ISO 10545-13 Minimum Class B Class -A Passed
swimming pool

Stain Resistance_~ ) SASO 1SO 10545-14 : Passed
= .

./’

Surface Abrasion SASO 150 105457 Passed

4
S

o - L ¢
RIYAZ A. SHAIKH 12 24527 . \ok) HOSAM M. RASMY
Acling Regional Managbl - Cenlral Region WYADH Technical Manager - Central Region
For AL HOTY-STANGER LTD. \z EN 0y . ’/ For AL HOTY-STANGER LTD.
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AL HOTY-STANGER TEST REPORT Our Ref -RDCSD-23473

=

d‘"’ _,,Jl : ON WITNESSING OF TEST Date: 03 January 2023
ALHOTY

Page: 1 of 1
TEST METHOD : SASO ISO 13006 : 2018

Client . Al Jawdah Factory Porcelain & Ceramic Co Date Sample Received : N/A

Location/Source : Al Jawdah Factory Porcelain & Ceramic Co., Riyadh, K S.A Date Samgle Tested :01-Jan-2023

Sample ID : Porcelain Tiles Sampling Method : Random Sampling
Size : 600X600X11mm Test Witnessed by : A.S Naoe
Test Standard  SASO ISO 13006:2018

Test Conducted at  : Al Jawdah Lab Facility

" SASO 150 Standard for Bia (Ev <0.5%)

Al Jawdah
Test Performed Yot bﬁgf‘gt}so 13006 : 2018 ) Ceramics Test Remarks

Requirements
10545 qui Results

Length & Width 10.30% 0.20% Passed

Thickness £5.0% 0.11% Passed

0 30%
Straightness of Sides 0.08% Passed
i +0.30% I )
Rectangularity 0.25% Passed

ASO 150 10545-2 +0.40% .
Center Curvature A 105 -0.18% Passed
R ) | 10.40% =

Edge Curvature 0.13% Passed

£0.40%

Warpage 0.03% Passed

Mewmum 5% of Ties thouid be
froe from visie cofocts

Ev < 0.5% Individual

max, 0.6%

Surface Quality 99%, No defects Passed

Water Absorption (% ) SAS0 150 10545-

0.45% Passed

Mi wm 15 m° y
Modulus of Rupture (N/mm? ) it o iy 38.27 N/mm® Passed

Individual min 32 N/mm’

SAS0 IS0 105454
Breaking Strength N 2 1300 N 26685N Passed

Heport Abrason Class an 2100 Class 4 Ext (I
Surface Abrasion SASO 1SO 105457 PATALRIIR  Sr o Sy Passed

yele Passed Traffic

Thermal Expansion *C SASO I1SO 105458 Test Method available 7.03 1E-6/°C Passed

Thermal Shock Resistance SAS0 150 10545-9 Test Method available Passed Passed

No Specimen
Crazing Resistance SASO IS0 10545-11 Required g Passed

- L Showed Crazing
Frost Resistance SASO IS0 10545-12 Required Passed Passed

Resistance to Chemicals
Resistance to household chemicals and SAS0 150 10545-13 Minimum Class B Class -A Passed
swimming pool

Stain Resistance SASO IS0 10545-14 Minimum Class 3 Class 5 Passed

RIYAZ A, SHAIKH ; P =T No't A HOSAM M. RASMY

Adgling Regional Manager - Central Region : vaon | K | Technical Manager — Central Region
|;’ r AL HOTY-STANGER LTD. AN ) 4 5 For AL HOTY-STANGER LTD.
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Ehl'- report relates only to the sample tested and shall only be rrowyj\\k‘-?d‘-_lw',q i the m-rrpi‘:lp;-wu, of Al Moty Stanger Lte. Co. Labovatory

— =
AL HOTY-STANGER LTD. CO.
INDEPENDENT LABORATORIES & MATERIALS TESTING
P.O. BOX 3072 Al-Khobar 31952 - Tel: (013) 880 1000 / 808 4317 / 808 7517 / 808 7518 / BOS 5217 Fax: (013) 898-1466
Jubad PO 46T - Ted (013) 3416791 Fax : (013) 3410542 - Hotuf P.O. Box 2752 - Tel (013) 566-3210 Fax: (013) 587-1420 - Riyadh P.O. Box 7359 - Tal (011) 4784292 Fax: {D11) 479-2058
Jeddah P.O, Box 8129 - Tel (012) 660-1924 Fax: (012) 6656742 - Yanbu - PO. Box 30312 - Tel: (014) 322-5495 Fax: (014) 391-7471 - Jazan : Tel {D17) X34-0518
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Saudi Specialized Laboratories Co.

CERAMIC TILES - PHYSICAL AND CHEMICAL CHARACTERISTICS

CONSTRUCTION BUILDING MATERIALS TESTING LABORATORY

SASO ISO 13006:2018

Customer

Project Name
Project No.
Location
Contractor

Consultant

Al Jawdah Ceramics Co.

NP

SASO Quality Marks

Kingdom Of Saudi Arabia.

NP

NP

Sample Description

Sample Source
Sampling Method
Sampling Date
Sampled by

Group and Annex

Dry-pressed ceramic tiles 3 % <Ev=6%
(Group Blla),Tile None Rectified
(316x316x9.0 mm)

Al Jawdah Ceramic Company

SAS0 ISO 10545-2 SASO IS0 10545-1

29-May-23

Customer

GROUF Blla
Annex J

CEML Project No.
CBML Sample No.
CBML Report No.

Date of Report

CBMP-0736-20

CBM-010623-001

CBMR-23-00838

B-Jun-23

Date Received
Sample Condition
Environmental Condition

Date of Test

31-May-23

Normal

25°C

1-Jun-23

Material Description
Manufacturer
Production date
|Sample size

Work Size

Dry-pressed ceramic tiles 3 % < Ev = 6 % (Group Blla), Tile None Rectified

{316x316x9.0 mm)

Al Jawdah Ceramic Company

5-Apr-23

3 Box x 18 Pieces

Length 316

Width

316 Thickness

Customer Identification
Sampled location
Surface texture
sample delivered by

Nominal Size

31660

NP

Glazed

Customer

316X316X9.0 mm

Test Results

Specimen No.

Spec. Limit
SASO0 IS0 13006:2018

Length (Side 1)

31635

31642

36.32

3642

NA

Length (Side 2)

316.38

316.39

316.34

316.44

NA

Length (Average)

mm

21637

3641

316,33

316.43

NA

mm

Length Deviation from work size,

Length Deviation from work size, %

Length Deviation from average

size, %

Length Deviation from average

Width (Side 1)

316.30

3622

G4

3624

I'W'idﬂ'l (Side 2)

mm 31628

31625

31625

31622

IWidm (Average)

mm 31629

316.24

3625

316.23

mm

Width Deviation from work size,

028 | 024

0.25

0.23

|Wldih Deviation from work size, %

|Wldth Deviation from average size,

%

Width Deviation from average size,

10f5
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Saudi Specialized Laboratories Co.

CERAMIC TILES - PHYSICAL AND CHEMICAL CHARACTERISTICS
SASO ISO 13006:2018

Dry-pressed ceramic tiles 3 %h<EVS 6 %
Customer Al Jawdah Ceramics Co. Sample Description (Group Bila),Tile None Rectified
{316%316x9.0 mm)

Thickness (Side 1) J ! . ! 1 1 1 NA

Thickness (Side 2) . ! i ! 1 1 NA

Thickness (Side 3)

Thickness (Side 4)

Thickness (Average)

Thickness Deviation from work
size, mm

Thickness Deviation from work
size, %

Straightness (Length1) mm

Straightness (Length 2) mm

from

max.
work size, mm

Straightness max. deviation from
work size, %

Straightness (Width 1) mm

Straightness (Width2) mm

|Straightness max. deviation from
work size, mm

Straightness max. deviation from
work size, %

Rectangularity (Length1) mm

Rectangularity (Length 2) mm

Rectangularity max. deviation
from work size, mm

ity max. d
from work size, %

Rectangularity (Width 1) mm

Rectangularity (Width 2) mm

Rect: larity max. d
from work size, mm

Rectangularity max. deviation
from work size, %

Center curvature (L1) mm

Center curvature (L2) mm

Center curvature (W1) mm

Center curvature (W2) mm

Center curvature max. deviation
from diagonal, mm

Center curvature max. deviation
from diagonal, %

20f5
Rivadh 11662, Kingdom of Saud Arabia
aysge .l auell aSlaoll — 11662 < 3 duy 1S9 2o caulidl aacliall ashicldl <201 g,L0

Tel (+966920029293)

s Aoicy
u.ugl

AL-JAWDAH PORCELAIN & CERAMIC




R

MDT AB. AQ AH CONSTRUCTION BUILDING MATERIALS TESTING LABORATORY

anlall alpissll aisgowll 45 il

Saudi Specialized Laboratories Co.

CERAMIC TILES - PHYSICAL AND CHEMICAL CHARACTERISTICS
SASO ISO 13006:2018

Dry-pressed ceramic tiles 3% <EVSE %
Customer Al Jawdah Ceramics Co. Sample Description (Group Bila),Tile None Rectified
(316x316x9.0 mm)

Edge curvature (L1) mm . § . E § . & NA

Edge curvature (L2) mm ; ¥ . ; § . ; NA

Edge curvature (W1) mm

Edge curvature (W2) mm

Edge curvature max. deviation
from length, mm

Edge curvature max. deviation
from length, %

Edge curvature max. deviation
from width, mm

Edge curvature max. deviation
from width, %

‘Warpage (L1) mm

‘Warpage (L2) mm

Warpage (W1) mm

‘Warpage (W2) mm

‘Warpage max. deviation from
diagonal, mm

‘Warpage max. deviation from
diagonal, %

100 % of the tiles were free from deffect of intentional effects of cracks crazing,
dry spols, unevenness, pin hole, glaze devitrification, specks or spots, underglaze
fault, polishing defects, polishing effects, decorating fault, chip, blister, rough
edges.

A minimum of 85 % of the tiles are to be free
from visible defects which can impair the
appearance of a major area of tiles

# of tiles examined

Marking on tile and/or their packaging!
Trademark, Country, indication of first quality,

Al JAWDAH CERAMICS CO,, Elegant, Ceramic Floor Tiles , Dry Pressed type of tile reference to appropriate group and
Ceramic, Class: First, Group Blla Annex j (GL) (normative), Nominal annex, nominal working sizes, M for Modular,
316x316x9.0mm / Work size:316x316X9.0 mm, Batch No and nature of surface, treatment after firing, total # of
Date: 120050423, Quantity:18, SQM/Box 1.8, Weight / Box: 33 Kg, files in a package, production run or batch #,
Standard: SASO0 IS0 13006:2018 Made in Saudi Arabia colour consistency, total dry weight.

Country of origin at reverside or edge of each
tile.

Marking on Tiles and their
Packaging

Spec. Limit

Specimen No. SASO ISO 13006:2018

‘Water Absorption %

I%<Ev=E%
[Avg. Water Absorption % G Individual maximum 6.5 %

Thickness of LOAD MODULUS OF RUPT pec. Limit
rubbert R (Nimm?) SASO ISO 13006:2018

880 334

80 285 Breaking strength, in

287 MNewtons Not Less than

1000 N

20 Modulus of rupture, in

298 Mewtons per square
Minimum 22

e minimum 20

298

30

3of5
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Saudi Specialized Laboratories Co.

CONSTRUCTION BUILDING MATERIALS TESTING LABORATORY

CERAMIC TILES - PHYSICAL AND CHEMICAL CHARACTERISTICS
SASO ISO 13006:2018

Dry-pressed ceramic tiles 3 % <Ev<6 %
(Group Blla),Tlle None Rectified
(316x316x9.0 mm)

Customer Al Jawdah Ceramics Co. Sample Description

|Specimen No.

1

2

3

4

5

Spec. Limit
SASO ISO 13006:2018

Inspection For Crazing

complies with the
standards

complies with the
standards

complies with the
standards

complies with the
standards

complies with the
standards

(Assessment / Remarks

No specimen showed Crazing

Water Absorption
coefficient (%)

Specimen No.

1

2

5

Crazing Resistance Required

Spec. Limit
SASO ISO 13006:2018

9.6

Obser

Sample prep

complies with
the standards

complies with
the standards

the standards

the standards

complies with
the standards

Test Method available

Spec. Limit
SASO ISO 13006:2018

Glazed surfaces are cleaned

No. Of Cycles

Report class and

and dried

Specimen No.

Class

cycles passed

Spec. Limit
SASO ISO 13006:2018

the initial water absorption
(before the cycles of freeze
and thaw) E,

the Final water absorption
(after the cycles of freeze
and thaw) E;

Repeated the cycle times
minmum

100

(Assessment / Remarks

Specimen No.

Complies with the standards no specimen showed Crazing or Cracking

Test Method available

Spec. Limit
SASO ISO 13006:2018

[Coefficient of linear thermal
expansion
10-’ nc-i

Instrument used

Measurement condition

Ration of lightness to Chroma

Test Method available

Spec. Limit
SASO ISO 13006:2018

calorimeter

Reflectance spectrophotometer or tristimulus

45/normal (45/0) or normal/45 (0/45) or
diffuse normal (d/0) or normal diffuse (0/d)

1.5:1

Specimen No.

2

3

ALY

Plain coloured tiles only
where required

AC*

AH"

Colour Differences

(Avg.Colour Differences

GL: AE <0,75
UGL: AE<1,0

Note :

Test performed on cut tiles

40of 5
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Saudi Specialized Laboratories Co.

CERAMIC TILES - PHYSICAL AND CHEMICAL CHARACTERISTICS
SASO ISO 13006:2018

Dry-pressed ceramic tiles 3 % <EvZ6%
Al Jawdah Ceramics Co. Sample Description (Group Blla),Tile None Rectified
(316x316x9.0 mm)

Specimen No.

Test procedure Contact with test surface

Amrmonium chloride solution, Class A Class A Class A Class A Class A

100 giL No Visible effect. No Visible effect, No Visible effect. No Visible effect. No Visible effect, | Minimum B

Sodium hypochlorite solution, Class A Class A Class A Class A Class A

20 mgll, NoVisible effect. | NoVisibleeffect | NoVisibleeffect | NoVisibleeffect. | No Visible effect. |“nmum B

Hydrochloric acid solution, 3 Class A Class A Class A Class A Class A

% NoVisible effect. | NoVisible effect, | NoVisible effect | NoVisible effect | NoVisble effect |5t Method avallable

Class A Class A Class A Class A Class A

No Visible effect. No Visible effect. No Visible effect. No Visible effect. No Visible effect, | =t Method available

Citric acid solution, 100 g/l.

Potassium hydroxide Class A Class A Class A Class A Class A

solution, 30 g/l. NoVisble effect. | NoVisbleeffect. | NoVisbleeflect | NoVisbleeffect | NoVisibleeffect | oo Method available

Potassium hydroxide Class A Class A Class A Class A Class A

solution, 100 g/l NoVisible effect. | NoVisibleeffect. | NoVisibleefiect | NoVisibleeffect | NoVisible effect | ot Method available

Class A Class A Class A Class A Class A

No Visible effect. No Visible effect. No Visible effect. No Visible effect. No Visible effect. | ' cot Method available

Lactic acid solution, 5 %

Hydrochloric acid solution, 18 Class A Class A Class A Class A Class A .
o NoVisble effect. | NoVisbleeffec. | NoVisibleeflect | NoVisbleeffect | NoVisibleeffect | oo Method available

- Spec. Limit
. Cleaauiing Agent & Class SASO ISO 13006:2018

1 2 3 4 5

Staining ag

[STains having chemical or
oxiding action:

lodine, 13 g/l solution in
|aicohol.

Cleaning Prrocedure | Cleaning Prrocedure | Cleaning Prrocedure | Cleaning Prrocedure | Cleaning Prrocedure
(A) (A) (A) (A) (A)
Class 5 Class 5 Class 5 Class 5 Class 5

Stains fpnnlng afilm: Cleaning (Pnr;'oceclure Cleaning{ir;medure CIeaning{PAr)rocedure Cleaning (I;r]roeedue Cleaning{li;r;noedure
Qv Class 5 Class 5 Class 5 Class 5 Class 5

Minimum Class 3

Stains leaving a trace:
Green Staining agent in light
oil Chrome Green 40% by
mass Cry0s

Tested by "EHSQ = =
| Test Variation {NONE

R e Aailb.og
MOTABAQAH
Bolall Glyiaol dngaull 35,5l
Saudi Specialized Laborataries Co.
eliddlg apuidl |I:|g.|r JRad piso

(1=}

Cleaning Prrocedure | Cleaning Prrocedure | Cleaning Prrocedure | Cleaning Prrocedure | Cleaning Prrocedure
(A) (A) (A)
Class 5 Class 5 Class 5

CONSTRUCTION & BUILDING HATERIALS
TESTING LABORATORY - RIYADH
(R:1010735198

CBMR-056 Rev. 0 —
[Resut related to the tems tested,
nat be

Sof5
201st St. 2nd Industrial City, PO Box 88458 Riyadh 11662, Kingdom of Saudi Arabia
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Tel (+966920029293)
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Saudi Specialized Laboratories Co. TESTING LABORATORY

CERAMIC TILES-DEFINITIONS, CLASSIFICATION, CHARACTERISTICS AND MARKING
(SASD-GS0-1S0-13006:2018)2022

Dry-pressed ceramic tiles Rectified with low
Customer Al Jawdah Porcelain and Ceramics Co Sample Description water absorption 3% <Ev=6,0%
10mm Blla

Project Name Internal Quality Sample Source Al Jawdah Porcelain and Ceramics Co

Project No. Mot Provided Sampling Method Not provided

Location Riyadh Saudi Arabia Sampling Date 25-Dec-23

Contractor Not Provided Sampled by Customer

GROUF Blla

Consultant Not Provided Group and Annex Anniox J

CBML Project No. MIC00009 Date Received 28-Dec-23

CBML Sample No. CBM-090124-005 Sample Condition Normal

CBML Report No. CBM-090124-005 Environmental Condition 25°C

Date of Report 15-Jan-24 Date of Test 1-Jan-24 15-Jan-24

Dry-pressed ceramic tiles Rectified with low water absorption 3% < Ev 56,0
% 600x600x10mm Blla

o

Customer Identification 6121/R

|Manufacturer Al Jawdah Porcelain and Ceramics Co Sampled location NP

Production date NP Surface texture Glazed

Sample size 4 Box x4 Pleces sample dellvered by Customer

‘Work Size Length 600 Width 600 Thickness 10 MNominal Size B600X600X10 mm

Test Results

Ipac, Ilmlt

Specimen No. 1 2 3 4 5 6 7 8 9 10 Result SAS0 GSO0-IS0 |Remarks
13006:2022

Length (Side 1) mm 600.09 600.02 NA

Length (Side 2) mm 600,13 600.04 NA

Length (Average) mm 600,11 600,03 NA

Length Deviation from work size,

011 8 . 0.0
mm 1 3

Length Deviation from work size, %

Length Deviation from average
size, mm

Length Deviation from average

size, % o

‘Width (Side 1) mm .04 | 800,04

Width (Side 2) mm 600.08

‘Width (Average) mm | | 600.08

Width Deviation from work size,
mm

Width Deviation from work size, % L i X L I X Max.: 0.02

Width Deviation from average
size, mm

‘Width Deviation from average

size, % Max.: 0.01
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Saudi Specialized Laboratories Co.

CONSTRUCTION BUILDING MATERIALS
TESTING LABORATORY

CERAMIC TILES-DEFINITIONS, CLASSIFICATION, CHARACTERISTICS AND MARKING
{SAS0-GS0-IS0-13006:2018)

Dry-pressed ceramic tiles Rectified with low
Customer Al Jawdah Porcelain and Ceramics Co Sample Description water absorption 3% <Evs 6,0 %
600x600x10mm Blla

Thickness (Side 1) 10.02 | 10,02 | 10.00 i A NA

Thickness (Side 2) 998 | 999 | 10.03 . NA

Thickness (Side 3) 988 | 10.05 | 4 ¢ NA

Thickness (Side 4) . 998

Thickness (Average) | 10.02

Thickness Deviation from work
size, mm

Thickness Deviation from work
size, %

|Straightness (Length 1) mm

Straightness (Length 2) mm

Str max. from
'work size, mm

max. deviation from

worlc.slzo. %

Straightness (Width 1)  mm

Straightness (Width2) mm

Str max. from
work size, mm

gl max.
work size, %

Rectangularity (Length 1) mm

IRectanqularIly {Length 2) mm

R ity max.
from work size, mm

|Rectangularlty max. deviation
from work size, %

Rectangularity (Width 1) mm

|Rectangularity (Width 2) mm

g y max.
|frurn work size, mm

Rectangularity max. deviation
from work size, %

Center curvature (L1) mm

Center curvature (L2) mm

Center curvature (W1) mm

Center curvature (W2) mm

Center curvature max. deviation
Ifrnrn diagonal, mm

Center curvature max. deviation
from diagonal, %
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Saudi Specialized Laboratories Co. TESTING LABORATORY

CERAMIC TILES-DEFINITIONS, CLASSIFICATION, CHARACTERISTICS AND MARKING
(SAS0-GS0-I50-130086:2018)2022

Dry: d ic tiles Rectified with low
Customer Al Jawdah Porcelain and Ceramics Co Sample Description water absorption 3% < Ev £ 6,0 %
10mm Blla

Edge curvature (L1) mm

Edge curvature (L2) mm

Edge curvature (W1) mm

Edge curvature (W2} mm

Edge curvature max. deviation
from length, mm

Edge curvature max. deviation
from length, %

Edge curvature max. deviation
from width, mm

Edge curvature max. deviation
from width, %

Warpage (L1) mm

Warpage (L2) mm

Warpage (W1) mm

Warpage (W2} mm

Warpage max. deviation from
diagonal, mm

Warpage max. deviation from
diagonal, %

100 % of the tiles ware free from deffect of intentional effects of cracks,crazing, - i

dry spots, pin hole, glaze ffication, specks or spots, underglaze :mr::r::;i::: ?:e‘?tfcz :Lli:: ::I:_Tm:m"ee
fault, polishing defects, polishing effects, decorating fault, chip, blister, rough appearance of a major area of tiles

edges

ooz

# of tiles examined 10

Marking on file and/or their packaging:

Al Jawdah Porcelain And Ceramics Co.Ceramic Glazed Tiles Dry Pressed, | |rademark, Country, indication of first quality,
Rectified, Nominal B00X600X10mm / Work size: G00X600X10 mm, type of the “f"elf‘em_"-‘ aF_W"’P';:'f:rﬂl{"Uo:P f“‘-‘
Quantity: 4 Tiles, Code: 6121/R,0.P Code 101 batch and date 01L1AD81223 |2Ne%: neminal working sizes. A,

(SASO ISO 13006: 2018)2022 GROUP Blla ANNEX J Weight/Box: 29 trl‘:;‘:'; :’;‘21‘:;; ‘::d":e'.“ 5’::“' Zi":b:-m #of
Kg,SQM/Box: 1.44 m2 Made in K.5.A colour consistency, total dry weight.

Country of crigin at reverside or edge of each tile.

Marking on Tiles and their
Packaging

Spec. Limit
SAS0 GS0-I150 13006:2022

Water Absorption % 2 3 7 - - 3% < Evs6%

Specimen No.

Avg. Water Absorption % ; dual 8.5%

Overlap of tile
Width of Thickness of beyond the LOAD MODULUS OF RUPTURE|Spec. Limit

specimen Diameter of rod rubbert edge supports | Span Length R {Nimm) SASO GS0-ISO 13006:2022
B {mm} {djmm {t)mm { ;) mm { I ymm

400.00 10 500 10 4.5

400.00 10 5.00 10 41.8 Breaking strength, in

Newtons Not Less than

1000 N

400.00 10 5.00 10 383 Modulus of rupture, in
INewto

400,00 10 5.00 10 At Niwihus par squary.

Minimum 22
400.00 10 5.00 10 41.5 1

400,00 10 500 10 e
40

400.00 10 5.00 10 41.0

20
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Saudi Specialized Laboratories Co.

CONSTRUCTION BUILDING MATERIALS
TESTING LABORATORY

CERAMIC TILES-DEFINITIONS, CLASSIFICATION, CHARACTERISTICS AND MARKING
(SASO-GSO-1S0-13006:2018)2022

Customer Al Jawdah Porcelain and Ceramics Co Sample Description

600x600x10mm

Specimen No.

Dry-pressed ceramic tiles Rectified with low
water absorption 3% <Ev=6,0 %

Blla

Spec. Limit
SASO GS0-ISO 13006:2022

complies with the
standards

complies with the
standards

complies with the

complies with the complies with the
d standards

Inspection For Crazing atandards i

Assessment /| Remarks Mo specimen showed Crazing

Water Absorption
coefficient (%)

Type of test
performed

Specimen No. 1 2 3 4 5

Crazing R

Spec. Limit
SASO GSO-ISO 13006:2022

complies with
the standards

complies with
the standards

complies with
the standards

complies with
the standards

complies with

=3 the standards

With out immersion Observations

Sample preparation Specimen No.

Test Method available

Spec. Limit
SASO GSO-1S0O 13006:2022

Glazed surfaces are cleaned [No.OfCycles

and dried Class

Specimen No.

Report abrasion class and

cycles passed

Spec. Limit
SASO GSO-ISO 13006:2022

the initial water absorption
|(before the cycles of freeze
and thaw) E,

the Final water absorption
|(after the cycles of freeze
and thaw) E;

|Repeated the cycle times
minmum

(Assessment | Remarks Complies with the standards no specimen showed Crazing or Cracking

Specimen No.

Test Method avallable

Spec. Limit
SASO GSO0-ISO 13006:2022

[Coefficient of linear thermal

expansion 7.38

m-i ap-t

Test Method avallable

Note : Test performed on cut tiles

40f5
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Saudi Specialized Laboratories Co. TESTING LABORATORY

CERAMIC TILES-DEFINITIONS, CLASSIFICATION, CHARACTERISTICS AND MARKING
(SASO-GSO-1S0-13006:2018)2022

Dry-pressed ceramic tiles Rectified with low
Customer Al Jawdah Porcelain and Ceramics Co Sample Description water absorption 3% < Ev< 6,0 %
600x600x10mm Blla

Spec. Limit

Specimen No. SASO GSO-1S0 13006:2022

Test procedure Contact with test surface =

Ammenium chloride solution, Class A Class A Class A Class A Class A

100 g/l No Visible effect. No Visible effect. Mo Visible effect. Mo Visible effect, No Visible effect. MiolmtB

Sodium hypochlorite solution, Class A Class A Class A Class A Class A

20 mgfl, No Visible effect. No Visible effect. No Visible effect. No Visible effect. No Visible effect. | Minimum B

Hydrochloric acid solution, 3 Class A Class A Class A Class A Class A

9% No Visible effect. No Visible effect. No Visible effect. No Visible effect. No Visible effect. | 105t Method avaiiable

Class A Class A Class A Class A Class A

No Visible effect. No Visible effect. No Visible effect. No Visible effect. No Visible effect, |1 o5t Method available

Citric acid solution, 100 g/l

Potassium hydroxide Class A Class A Class A Class A Class A

solution, 30 gil. NoVisible effect. | NoVisbleffect. | NoVisbleeffect. | NoVisiblesffect. | No Visible effect. | o5t Method avaiiable

Potassium hydroxide Class A Class A Class A Class A Class A

solution, 100 g/l No Visible effect, No Visible effect. No Visible effect, No Visible effect. No Visible effect, | oo Method available

Class A Class A Class A Class A Class A

No Visible effect. No Visible effect. No Visible effect. No Visible effect. No Visible effect, |10 Methed available

Lactic acid solution, 5 %

Hydrochloric acid solution, 18 Class A Class A Class A Class A Class A
% No Visible effect. No Visible effect. No Visible effect. No Visible effect. No Visible effect.

Spec. Limit
Glzaning Agent & Clas SASO ISO 13006:2018

Test Method available

Staining ag
1 2 3 4 5

[Etains having chemical or
oxiding action:

lodine, 13 gfl solution in
|alcohal,

Cleaning Procedure | Cleaning Procedure | Cleaning Procedure | Cleaning Procedure | Cleaning Procedure
(A) (A) (A) (A) (A)
Class 5 Class 5 Class 5 Class 5 Class 5

Stalns forming a fim; Cleaning Procedure | Cleaning Procedure | Cleaning Procedure | Cleaning Procedure | Cleaning Procedure
Olive OIl (A} (A) (A) (A) (A)
Class 5 Class 5 Class 5 Class 5 Class &

Minimum Class 3

Stains leaving a trace:
Green Staining agent in light
oil Chrome Green 40% by
mass Cry04
Tasted by EHSO
Test Varlation NONE
Remark " marks subcontracted |

The tested parameters are complying with standard requirements.

Cleaning Procedure | Cleaning Procedure | Cleaning Procedure | Cleaning Procedure | Cleaning Procedure
(A) (A) (A) (A) (A)
Class 5 Class 5 Class 5 Class 5 Class 5

Adilb g
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|

TESTING LABORATORY - RITRIH
R 1010735158

AUTHORISED SIGNATORY
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Resut ralated to the fems testad.
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S ery [ ces c om pa n y CONSTRUCTION AND BUILDING MATERIALS R
TESTING LABORATORY - RIYADH Lk et

Testing
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CERAMIC TILES - DEFINITIONS, CLASSICIFICATION, CHARACTERISTICS AND MARKING
(SAS0-GS0-150-13006:2018) 2022

Dry-pressed ceramic tile Ev £0,5 % Group

Customer Al Jawdah Porcelain and Ceramic Co Sample Description Bla, Porcelain Red,Rectified 600X600X10 mm

Project Name Internal Quality Testing Sample Source Al Jawdah Porcelzin and Ceramic Co

Project No. Not Provided Sampling Method SASO ISO 10545-2, SASO ISO 10545-1

Location Riyadh, Kingdom of Saudi Arabia Sampling Date Mot Provided

Contractor Not Provided Sampled by Customer

GROUP Bla
Annex G

Consultant Mot Provided Group and Annex

(Customer Code COD00SQ-21450 Date Received 11-Aug-24

CBML Sample No. CBM -240924-006 Sample Condition Normal

CBML Report No. CEM -240524-006 Environmental Condition 23°C

Date of Report 10-Oct-24 Date of Test 5-Oct-24

Dry-pressed ceramic tile Ev = 0,5 % Group Bla, Porcelain Red,Rectified
GO0XE00X10 mm

1 Al Jawdah Porcelain and Ceramic Co Sampled location Riyadh, Kingdom of Saudi Arabia

Material Description Customer ldenlification Model No: 6598

Production date 18-Aug-24 Surface texture Glazed

Sample size 2Box x4 Pieces sample deliverad by Customer

‘Work Size Length (mm) 600 Width (mm) 600 Thickne (mm) Nominal Size B00mm x B00mm x 10mm

Test Results

pec. Limit
Specimen No. (SASO GSO-S0-
13006:2018)2022

Length (Side 1) : : ' ! g NA

Length (Side 2) : : NA

Length {Average) mm 1 X NA

Length Deviation from work size,
mm

Length Deviation from work size, % R -0 A | 0. . . Max.: 0,02

Length Deviation from average
size, mm

Length Deviation from average
size, %

Max.: 0.02

Width (Side 1) mm

Width (Side 2) mm

‘Width (Average) mm

‘Width Deviation from work size,
mm

Width Deviation from work size, %

'Width Deviation from average size,
mm

Width Deviation from average size,
%

201st St. 2nd Industrial City, PO Box 88458 Riyadh 11662, Kingdom of Saudi Arabia
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Ser\-'i[es cumpany CONSTRUCTION AND BUILDING MATERIALS :
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CERAMIC TILES - DEFINITIONS, CLASSICIFICATION, CHARACTERISTICS AND MARKING
(SAS0-GS50-150-13006:2018) 2022

Dry-pressed ceramic tile Ev £ 0,5 % Group

Customer Al Jawdah Porcalain and Ceramic Co Sample Description Bla, Porcelain Red,Rectified 600X600X10 mm

Thickness (Side 1) mm

Thickness (Side 2) mm

Thickness (Side 3) mm

Thickness (Side 4) mm

Thickness (Average) mm

Thickness Deviation from work
size, mm

Thickness Deviation from work
size, %

{Length 1) mm

{Length2) mm

g max. from
work size, mm

max. from

work size, %

(Width1) mm

(Width2) mm

gl max. from
work size, mm

max. iation from
work size, %

{Length 1) mm

{Length2) mm

max. fiation from
work size, mm

from
work size, %

R larity (Width 1) mm

(Width2) mm

work size, mm

max. iation from

Yy max. from
work size, %

Center curvature (L1) mm

Center curvature (L2) mm

Center curvature (W1) mm

Center curvature (W2) mm

Center curvature max. deviation
from diagonal, mm

Center curvature max. deviation
from diagonal, %

201st St. 2nd Industrial City, PO Box 88458 Riyadh 11662, Kingdom of Saudi Arabia
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Services Company
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CONSTRUCTION AND BUILDING MATERIALS
TESTING LABORATORY - RIYADH

(SASO-GSO-I50-13006:2018) 2022
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CERAMIC TILES - DEFINITIONS, CLASSICIFICATION, CHARACTERISTICS AND MARKING

T et nation

Testing
W-T0008%

Customer

Al Jawdah Porcelain and Ceramic Co

Sample Description

Dry-pressed ceramic tile Ev £ 0,5 % Group
Bla, Porcelain Red,Rectified 600X800X10 mm

Edge curvature (L1)  mm

NA

Edge curvature {L2) mm

NA

Edge curvature (W1) mm

MNA

Edge curvature (W2) mm

NA

Edge curvature max. deviation
from length, mm

18

Edge curvature max. deviation
from length, %

Edge curvature max. deviation
from width, mm

Edge curvature max. deviation
from width, %

‘Warpage (L1)

Warpage (L2)

‘Warpage (W1)

Warpage (W2) mm

‘Warpage max. deviation from
mm

‘Warpage max. deviation from
diagonal, %

# of tiles Examined

100 % of the tiles were free from deffect of intentional effects of cracks,crazing, dry
spots, unevenness, pin hole, glaze devitrification, specks or spols, underglaze
fault, polishing defects, p ing effects, d ting fault, chip, biister, rough
edges.

A minimum of 95 % of the tiles are to be free
from visible defacts which can impair the:
appearance of a major area of files

Marking on Tiles and their

Speci No.

Al Jawdah Porcelain And Ceramic Co.Ceramic tiles dry pressed, Porcelain
red, Rectified, Normative, Nature of surface Glazed (GL) Nominal
BO0XB00X10mm [ Work size: 600XE00X10 mm, Quantity: 4 tiles, Code:
6588/, First Class, OP Code 101 batch 12L1A and date 18-08-2024 SAS0-
GS0-150-13006;2022 Group Bla Annex G, IS0 8001:2015 Certified, Dry
pressed shipping (B) Weight/Box: 30 kg, SQM/Box: 1.44 m” Made in K.S.A

1 2 3 4

Marking on file andlor their packaging:
Trademark, Country, indication of first quality,
type of file reference to appropriate group and
annex, nominal working sizes, M for Madular,
nature of surface, treatment after firing. total # of
tiles in a package, production run or batch #,
colour consistency, total dry weight.

Country of origin at reverside or edge of each lile

!pm !mil

5 {SAS0 GS0-150-

13006:2018)2022

(Water Absorption %

(Avg. Water Absorption %

Overlap of tile
beyond the
rubber edge supports

{tjmm { h) mm

BREAKING
LOAD
FiN)

Thickness of
Span Length
{ by ymm

BREAKING
STRENGTH
5 [N}

Evs05%

MODULUS OF
RUPTURE
R (Nimm™}

Spec. Limit

Individual Maximum 0,6%

(SAS0 G50-IS0-
13006:2018)2022

5,00 10 3265.4

3108

221

5.00 33656

3197

233

5.00 32269

3066

215

5.00 30733

2620

208

5.00 32114

3051

211

5.00 32441

308z

5.00 31964

3037

l‘ifl"ll'l'h2

5.00 3227

3065

gth = 1300 N

Modulus of Rupture:
Avg = 35 Nimm?
Individual minimum 32

201st St. 2nd Industrial City, PO Box 88458 Riyadh 11662, Kingdom of Saudi Arabia
A g g adl ASLaall - 11662 + iabi ) 88458 2 (3 gikied i) e Linal] Ailaiall 201 f
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GCC Lab Calibration

Services Com pany CONSTRUCTION AND BUILDING MATERIALS

| Gpcoll o2dd AN il a8 TESTING LABORATORY - RIYADH e

CERAMIC TILES - DEFINITIONS, CLASSICIFICATION, CHARACTERISTICS AND MARKING
(SASO-GSO-1S0-13006:2018) 2022

Dry-pressed ceramic tile Ev 20,5 % Group
Bla, Porcelain Red,Rectified 800X600X10 mm

!pec. !lm|l

Specimen No. 1 2 3 4 5 (SASO GSO-50-
13008:2018)2022

Al Jawdah Porcelain and Ceramic Co Sample Description

camplies with the complies with the complies with the complies with the complies with the

Inspection For Crazing standards

Crazing istance Required
Assessment | Remarks Mo specimen showed Crazing

Spec. Limit
Specimen No. (SAS0 GS0-I50-
13006:201 8}_2022

Test & Report

Coeffiecient of linear
thermal expsion 10 */ °C

Spec. Limit
(SASO GSO-ISO-
13006:2018)2022

Report abrasion class and
cycles passed

No. Of Cycles

Class

Spec. Limit
Specimen No. 1 2 3 4 5 (SASO GSO0-ISO-
1300€:2018)2022

Household Chemicals

Ammonium chloride solution, Class A Class A Class A Class A Class A

100 gL No Visible effect, | NoVisbleeffect. | NoVisibleeffect. | NoVisbleeffact. | NoVisible effect, | mmum B

Swimming Pool Salts

ium hypochlori i Class A Class A Class A Class A Class A

20 mgfl, No Visible effect. No Visible effect. No Visible effect. Mo Visible effect. No Visible effsct, | Tinum B

Acid & Alkalis - Low Concentration (L)

Hydrochloric acid solution, 3 Class A Class A Class A Class A Class A
%

NoVisible effect. | NoVisbleeffect. | NoVisbleeffect | MoVisibleeffect | No Visible effect, |Mmmum A

Class A Class A Class A Class A Class A

NoVisible effect. | NoVisbleeffect | NoVisibleeffect. | NoVisibleeflect | NoVisible effect, | mmum A

Citric acid solution, 100 g/l.

Potassium hydroxide Class A Class A Class A Class A Class A

lution, 30 g/l No Visible effect. No Visible effect. No Visible effect. No Visible effect. No Visible efiect; [ [iDimm A

Acid & Alkalis - High Concentration (H)

Potassium hydroxide Class A Class A Class A Class A Class A

solutian, 100 g/l NoVisible effect, | NoVisbleeffect | NoVisbleeffect | NoVisibleeffect | NoVisibleeffect. | oot & Report

Class A Class A Class A Class A Class A

ool i ectiion. s % NoVisible effect, | NoVisbleeffect. | NoVisbleeffect | NoVisibleeffect | No Visible effect

Test & Report

Hydrochloric acid solution, 18 Class A Class A Class A Class A Class A
%o

NoVisible effect. | NoVisbleeffect. | NoVisbleeffect. | NoVisbleeffect | NoVisible effect | o= = Report

201st St. 2nd Industrial City, PO Box 88458 Riyadh 11662, Kingdom of Saudi Arabia
Byl Ay all Astaall - 11662 ¢ wal ) 88458 L (stia LA dsliall ddkidll 201 £ S
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GCC Lab Calibration
Services Company
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CONSTRUCTION AND BUILDING MATERIALS
TESTING LABORATORY - RIYADH

CERAMIC TILES - DEFINITIONS, CLASSICIFICATION, CHARACTERISTICS AND MARKING
(SASO-GSO-ISO-13006:2018) 2022

sive
‘:]F
iagesall alaieul

Saul Arcreelitatian

Testing

N-T-00009

Customer

Staining agents

Al Jawdah Porcelain and Ceramic Co

Cleaning Agent & Class

Sample Description

Dry-pressed ceramic tile Ev < 0,5 % Group
Bla, Porcelain Red,Rectified 600X600X10 mm

Spec. Limit
(SASO GSO-1SO-
13006:2018)2022

1

2

3

4

5

Stains having chermical or
oxiding action:

lodine, 13 g/l solution in
|alcohol

Cleaning Procedure
(A)
Class 5

Cleaning Procedure
(A)
Class §

Cleaning Procedure
(A)
Class §

Cleaning Procedure
(A)
Class 5

Cleaning Procedure
(A)
Class &

Stains forming a film:
Olive Oil

Cleaning Procedure
(A)
Class 5

Cleaning Procedure
(A)
Class 5

Cleaning Procedure
]
Class 5

Cleaning Procedure
(A)
Class 5

Cleaning Procedure
(A)
Class §

Stains leaving a trace:
Green Staining agent in light
oil Chrome Green 40% by

Cleaning Procedure
(A)
Class 5

Cleaning Procedure
(A)
Class 5

Cleaning Procedure
(A)
Class §

Cleaning Procedure
(A)
Class 5

Cleaning Procedure
(A)
Class 5

Minimum Class 3

mass Cry0y

Tested by TMS

Test Variation INONE

Remark 1 * Marks subcontracted
! The tesled p are pl
T D ination of Frost

ing with dard requi (SAS0-GSO-1S0-13006:2018) 2022
(SASO-150-10545-12: 2007) test is under lab Capability without accreditation

GCC Lab Calibration
Services Company

o pleoll Gloasl audall pisall as
el ghoelidl o ;L..‘J.l g smsd gGdl
Construction & Building Materials
Testing Lab-Riyadh
CR No.: 1010956637

AUTHORISED SIGNATORY
{http:/hwww. geclesc.com){sales@geclesc. com)

FIT 8001.056™"" Rev. 02 11/32024

Result related to the items tested

This testreport shall not ba reponedaxcept in full, wishoutihe witten approval of the laborsiory.
Test report mests the requirement of ILAC-GB.0W2019 Decision Rules. Binary Statement for Simple Acceptance Rule (w = 0)

201st St. 2nd Industrial City, PO Box 88458 Riyadh 11662, Kingdom of Saudi Arabia
La grenad) g ol ASLaall - 11662 « ks ) BBASS 3i (@ siaa A0 Lo liaall dBLalal) 201 § A&

Tel (+966920029293) S
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Saudi Specialized Laboratories Co.

CONSTRUCTION BUILDING MATERIALS
TESTING LABORATORY

CERAMIC TILES-DEFINITIONS, CLASSIFICATION, CHARACTERISTICS AND MARKING
(SASO-GS0-150-13006:2018) 2022

Customer

Project Name
Project No.
Location
Contractor

Consultant

Al Jawdah Porcelain and Ceramics Co.

SAS0 Quality Marks

SAS0 Quality Marks

Kingdom Of Saudi Arabia,

NP

NP

Sample Description

Sample Source
‘Sampling Method
Sampling Date
Sampled by

Group and Annex

Dry-pressed Porcelain tiles with low water
absorption Ev £ 0,5 % Group Bla. Rectified
10.0 mm

Al Jawdah Porcelain and Ceramics Co.

SASO ISO 10545-2,SAS0 ISO 105451

25-12-2023

Customer

GROUP Bla
Annex G

CEML Project No.
CBML Sample No.
CBML Report No.

Date of Report

MIC00009

CBM-090124-004

CBM-080124-004

16-Jan-24

Date Received
Sample Condition
Environmental Condition

Date of Test

28-Dec-23

MNormal

25°C

1-Jan-24 15-Jan-24

Material Description

Manufacturer

Production date

Sample size

Dry-pressed Porcelain tiles with low water absorption Ev = 0,5 % Group Bla.

Rectified 600x600x10.0 mm

Al Jawdah Porcelain and Ceramics Co.

NP

4 Box %04 Pieces

Customer Identification
Sampled location
Surface texture

sample delivered by

CODE 6588/R

NP

Glazed

Customer

Work Size Length 600 Width 600 Thickness Mominal Size 600x600x10.0 mm

Test Results

DIMENSIONS AND SURFACE QUALITY (SAO ISO 10545-2:2019)

Bpec. Limi
{ SASO GSO-IS0-

13006:2018) 2022
Length (Side 1) mm ; NA

Specimen No. 1 2 3 4 Remarks

Length (Side 2) mm . NA

Length (Average) mm ; k NA

Length Deviation from work size,
mm

Length Deviation from work size, %

Length Deviation from average
size, mm

Length Deviation from average

size, % 0.0

Width (Side 1) 800.08

Width (Side 2) 600.12

Width (Average) mm 600.11

Width Deviation from work size,

011
mm

Width Deviation from work size, %

Width Deviation from average size,
mm

Width Deviation from average size,
%

1of5
dh 11662, Kingdomn of Saudi Arabia
58 i Bexue il aucliall aakbioll (201 g,L0

aysge wll ausell aSlooll — 11E
Tel (+966920029293)
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Savudi Specialized Laboratories Co. TESTING LABORATORY

CERAMIC TILES-DEFINITIONS, CLASSIFICATION, CHARACTERISTICS AND MARKING
({SAS0-GS0-150-13006:2018) 2022

Dry-pressed Porcelain tiles with low water
Customer Al Jawdah Porcelain and Ceramics Co. Sample Description absorption Ev = 0,5 % Group Bla. Rectified
600x600x10.0 mm

Thickness {Side 1) ! ; : NA

Thickness (Side 2) ] NA

Thickness (Side 3) | A NA

Thickness (Side 4) | MA

Thickness (Average) | | MNA

Thickness Deviation from work
size, mm

Thickness Deviation from work
size, %

Straightness (Length 1) mm

(Length 2) mm

from

from

work-slza, %

Straightness (Width 1) mm

Straightness (Width 2) mm

[} max. from
work size, mm

max.
work size, %

Rectangularity (Length 1) mm

Rectangularity (Length 2) mm

ity max. from

work size, mm

Rect: ity max.

work size, %

Rectangularity (Width 1)

Rectangularity (Width 2)

Rect: ity max.
work size, mm

Rectangularity max. deviation from
work size, %

Center curvature (L1) mm

Center curvature (L2) mm

Center curvature (W1) mm

Center curvature (W2) mm

Center curvature max. deviation
from diagonal, mm

Center curvature max. deviation
from diagonal, %

Saud Arabia
2l ashiall 201 &,L%

S AolC®
u.ugl
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Savudi Specialized Laboratories Co. TESTING LABORATORY

CERAMIC TILES-DEFINITIONS, CLASSIFICATION, CHARACTERISTICS AND MARKING
({SAS0-GS0-150-13006:2018) 2022

Dry-pressed Porcelain tiles with low water
Customer Al Jawdah Porcelain and Ceramics Co. Sample Description absorption Ev = 0,5 % Group Bla. Rectified
600x600x10.0 mm

Thickness {Side 1) ! ; : NA

Thickness (Side 2) ] NA

Thickness (Side 3) | A NA

Thickness (Side 4) | MA

Thickness (Average) | | MNA

Thickness Deviation from work
size, mm

Thickness Deviation from work
size, %

Straightness (Length 1) mm

(Length 2) mm

from

from

work-slza, %

Straightness (Width 1) mm

Straightness (Width 2) mm

[} max. from
work size, mm

max.
work size, %

Rectangularity (Length 1) mm

Rectangularity (Length 2) mm

ity max. from

work size, mm

Rect: ity max.

work size, %

Rectangularity (Width 1)

Rectangularity (Width 2)

Rect: ity max.
work size, mm

Rectangularity max. deviation from
work size, %

Center curvature (L1) mm

Center curvature (L2) mm

Center curvature (W1) mm

Center curvature (W2) mm

Center curvature max. deviation
from diagonal, mm

Center curvature max. deviation
from diagonal, %

Saud Arabia
2l ashiall 201 &,L%

S AolC®
u.ugl
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Saudi Spec.lullzed I;.ul:?:'lc:]or[es)éu:. TESTING LABORATORY

CERAMIC TILES-DEFINITIONS, CLASSIFICATION, CHARACTERISTICS AND MARKING
{SAS0-GS0-50-13006:2018) 2022

Dry-pressed Porcelain tiles with low water
Customer Al Jawdah Parcelain and Ceramics Co. Sample Description absorption Ev 5 0,5 % Group Bla. Rectified
E00x600x10.0 mm

|Edge curvature (L1)  mm 020 | o418 | ot | o : . : HA

Edge curvature (L2) mm 016 | 020 | 020 ; ; . . NA

IEdne curvature (W1} mm ] 020 . . . & . NA

|Edge curvature (W2) mm A 018

IEdge curvature max. deviation
from length, mm

Edge curvature max. deviation
from length, %

Edge curvature max. deviation
from width, mm

IElﬁge curvature max. deviation
from width, %

‘Warpage (L1)

‘Warpage (L2)

Warpage (W1)

‘Warpage (W2)

max. from
diagonal, mm

‘Warpage max. deviation from
diagonal, %

SURFACE QUALITY: (SASO ISO 10545-2:2019)

100 % of the tiles were free from deffect of intenticnal effecis of cracks,crazing, dry
spots, unevanness, pin hole, glaze devitrification, specks or spols, underglaze
fault, pelishing defects, p g effects, d ing fault, chip, blister, rough
edges,

A minimum of 85 % of the tiles are to be free
from visible defects which can impair the
appearance of a major area of tiles

# of tiles examined 10

Marking on tile and/or their packaging:

Al Jawdah Porcelain And Ceramic Co.Dry Pressed shaping B Porcelain Trademeark, Country, indioation of fiest qualy,
Glazed (GL)Tiles, Mads n Saudi Arabia, Class First, Rectified, Nominal [P of e reference fo appropriate group and
10 mm { Work size: B0XE00X10 mm, Quantity: 4 Tiles, Batch code |37 NOMINS’ WOrng Si2ss, 1 for Wocuian

No:6598/R Weight/Box- 31 Kg,SQM/Box: 1.44 (SASO GSO ISO gl :';”;;zz ‘p’f’gd"n“ ;‘i;:f:; firing, oo 2ol

13006:2018)2022 colour consistency, total dry weight.
‘Country of origin at reverside or edge of each tile

Marking on Tiles and their
Packaging

WATER ABSORPTION VACUUM METHOD (SASO ISO 10545-3:2018)

Spec. Limit
Specimen No. 1 2 ( SASOD GSO-50-
13006:2018) 2022

‘Water Absorption % 0.22 0.24

Evs05%
Avg. Water Absorplion % : Individual maximum 0,6 %

|BREAKING STRENGTH AND MODULUS OF RUPTURE (SASO 1SO10545-4:20189)

Overlap of file BREAKING Spec. Limit

Specimen No. Width of Thickness of beyond the LOAD MODULUS OF RUPTURE ( SASO GSO450-
specmen | Diameferofred | rubbert | edge supports | Span Length EiN) R (hiar) 13006:2018) 2022

B (mm) (dymm [t )mm { L} mm { Iy Iy i

400.00 20 5.00 580 15226 =P

400.00 5.00 580 1933.7 3 g strength, In

sa0 1532.3 35 Newtons Not Less than
1300 N

400.00 5.00 580 1525.5 38 of rupture, in

Newtons per square

Minimum 35

400.00 5.00

400.00 5.00 580 1598.5 37
1515.5 36

400.00 5.00 580

400.00 500 580 1528.6 35
1537 36

3z
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Saudi Specialized Laboratories Co.

CONSTRUCTION BUILDING MATERIALS
TESTING LABORATORY

CERAMIC TILES-DEFINITIONS, CLASSIFICATION, CHARACTERISTICS AND MARKING
(SASO-GSO-1S0-13006:2018) 2022

Dry-pressed Porcelain tiles with low water
absorption Ev £ 0,5 % Group Bla. Rectified
600x600x10.0 mm

Customer Al Jawdah Porcelain and Ceramics Co. Sample Description

CRAZING RESISTANCE: (SASO0 ISO 10545-11:2007 )

Spec. Limit
( SASO GSO-ISO-
13006:2018) 2022

Specimen No. 1

Inspection For Crazing

complies with the
standards

complies with the
standards

complies with the
standards

complies with the
standards

complies with the
standards

Crazing Resistance Required

Assessment / Remarks No specimen showed Crazing

THERMAL SHOCK RESISTANCE (SASO ISO 10545-9: 2016)

Water Absorption
coefficient (%)

Spec. Limit
( SASO GSO-ISO-
13006:2018) 2022

Test Method available

Type of test
performed

With i

Specimen No. 1 2 3 4 5

complies with
the standards

complies with
the standards

complies with
the standards

complies with
the standards

complies with
the standards

0.2

Obser

RESISTANCE TO SURFACE ABRASION (SASO ISO 10545 - 7:2007)

Spec. LImit
( SAS0O GSO-ISO-
130086:2018) 2022

i No. 1

Glazed surfaces are cleaned No:Of Gyelos

and dried

Report abrasion class and
cycles passed

Class

DETERMINATION OF FROST RESISTANCE (SASO-150-10545-12

Spec. Limit
( SAS0 GSO0-IS0-
13006:2018) 2022

Specimen No. 1 2 3 4 5 Average

the initial water absorption
(before the cycles of freeze
and thaw) E4

the Final water absorption
(after the cycles of freeze
and thaw) E;

Test Method available

Repeated the cycle times
minmum

Assessment /| Remarks Complies with the standards no specimen showed Crazing or Cracking

COEFFICIENT OF LINEAR THERMAL EXPANSION( ISO 10545-8: 2016)

Spec. Limit
( SASO GSO-I1SO-
13006:2018) 2022

Specimen No, 1 2

Coefficient of linear thermal
expansion

10% °c*

7.44 7.42 Test Method available

4 of 5

201st St. 2nd Industrial City, PO Box 58 Riyadh 11662, Kingdom of Saudi Arabia
'JJ_I'_.;S:‘_'_U_” L= ._'f-_” aSlaoall — 11662 ‘0 |J_|_|| O

Tel (+96 D0 292

58 2y B9 o caulidl aclinll aabiall (201 g,L0

s Aoicy
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Saudi Specialized Laboratories Co.

CONSTRUCTION BUILDING MATERIALS
TESTING LABORATORY

CERAMIC TILES-DEFINITIONS, CLASSIFICATION, CHARACTERISTICS AND MARKING
(SASO-GS0-150-13006:2018) 2022

Customer

Al Jawdah Porcelain and Ceramics Co.

Dry-pressed Porcelain tiles with low water

*CHEMICAL RESISTANCE (SASO IS0 10545-13:2018)

ption Ev < 0,5 % Group Bla. Rectified
600x600x10.0 mm

Specimen No.

1

3

Test procedure

Contact with test surface

Ammonium chioride solution,
100 g/l

Class A
No Visible effect.

Class A
No Visible effect.

Class A
No Visible effect,

Class A
No Visible effect.

Class A

No Visible effect. Minkpuy s

Sodium hypochiorite solution,
20 mgll,

Class A
No Visible effect.

Class A
No Visible effect.

Class A
No Visible effect.

Class A
No Vislble effect.

Class A

No Visible effect. |Minimum B

Hydrochloric acid solution, 3
%

Class A
No Visible effect.

Class A
No Visible effect.

Class A
No Visible effect.

Class A
No Visible effect.

Class A

No Visible effect. Test Method avallable

Citric acid solution, 100 g/l.

Class A
No Visible effect.

Class A
Mo Visible effect.

Class A
No Visible effect.

Class A
No Visible effect.

Class A

N Visible effect, |1 oot Method avallable

Potassium hydroxide solution,
30 g/l.

Class A
No Visible effect.

Class A
No Visible effect.

Class A
No Visible effect.

Class A
No Vislble effect.

Class A

No Visible effect. Test Method available

Potassium hydroxide solution,
100 g/l,

Class A
No Visible effect.

Class A
No Visible effect.

Class A
No Visible effect.

Class A
No Visible effect.

Class A

No Visible effect. Test Method available

Lactic acid solution, 5 %

Class A
No Visible effect.

Class A
No Visible effect.

Class A
No Visible effect.

Class A
No Visible effect.

Class A

No Visible effect. Test Method available

Hydrochloric acid solution, 18
%

Class A
No Visible effect.

Class A
No Visible effect.

Class A
Ne Visible effect.

Class A
No Visible effect.

Class A

No Visible effect, || o5t Method available

*STAIN RESISTANCE (SASO IS

O 10545-14:2016)

Cleaning Agent & Class

Spec. Limit
( SASO GSO0-IS0-

1

2

3

4

[Stains having chemical or
oxiding action:

Ilodine, 13 g/l solution in
|alcohol,

Cleaning Prrocedure
(A)
Class 5

Cleaning Prrocedure
(A)
Class 5

Cleaning Prrocedure
(A)
Class 5

Cleaning Prrocedure
(A)
Class 5

Cleaning Prrocedure
(A)
Class 5

Stains forming a film:
Olive Ol

Cleaning Prrocedure
{A)
Class 5

Cleaning Prrocedure
(A}
Class &

Cleaning Prrocedure
(A)
Class 5

Cleaning Prrocedure
(A)
Class &

Cleaning Prrocedure
(A}
Class 5

Minimum Class 3

Stains leaving a trace;
Green Staining agent in light

Cleaning Prrocedure

Cleaning Prrocedure

Cleaning Prrocedure

Cleaning Prrocedure

Cleaning Prrocedure

(A)
Class 5

(A)
Class 5

(A)
Class 5

(A)
Class 5

(A)

oil Chrome Green 40% by Class 5

mass Cr;05
Tested by
Test Variation
Remark

"EHSQ
‘NONE
-* marks subcontracted

The tested parameters are complying with standard requirements. - [

A_gailb g
MOTABAQAH
Aotall Silyiaol Gagandl a4l
Saudi Spaclalized Laborataries Co.
eligllg 2yl algo yood yiso
il
CONSTRUCTION & BUILDING MATERIALS
TESTING LABORATORY - RIYADH
(R:1010735198

AUTHORISED SIGNATORY

Fi7.8/01.056"*** Rev. 01 28/572023

Resull relmtad v e dams tesied

This testrepont shall not be reporiedexcept in full, withoulthe wilien approval of the laboratory.

Tast report mests the reqursment of ILAC-GE 0W2019 Decision Rules. Binary Statemant for Simpls Acceptance Rule (W=0)

50f5
3 Riyadh 11662, Kingdom of Saudi Arabia
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CERTIFICATE

Management system as per

ISO 9001 : 2015

The Certification Body TUV Middle East hereby confirms as a result of the audit,
assessment and certification decision according to ISO/IEC 17021-1:2015, that the organization

4453 - 2nd Industrial City, Unit No. 11 f’
7522-14335 / Riyadh \
Saudi Arabia

Al Jawdah Porcelain & Ceramics Co. @'w’%‘v& ANE
; R 9

= B
e
4
“'\,}.l.yg_".‘
mamm

operates a management system in accordance with the requirements of ISO 9001 : 2015 and will be assessed through
periodic surveillance audits for conformity within the validity of the certificate

IAF Code: 15

Scope

Production and Sales of Porcelain and Ceramic Floor and Wall tiles

Certificate Registration No. IAS 01 2300053 Valid from 18-05-2023

Audit Report No. 8000 3083 Valid until 17-05-2026
Initial certification 2023

Certification Body Abu Dhabi, 18-05-2023
TUOV Middle East

TUV Middle East, Mezzanine Floor, Danat Tower A, Airport Road, P.O. Box 46030, Abu Dhabi, UAE www.tuvme.com

ACCREDITED
i

MSCB - 254
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Saudi Standards, Metrology and Quality Org.
QUALITY MARK 61gall dnile Jlnehul yaidyi dalgi
License For Use of The Quality Mark

License Number: 20240600741 arill pd)

SASO certifies that it has granted the right to use (SASO) quality mark  Jlogiwl cun3) Lgils agallg puuldnllg clanigall Ange wil aligll agdii
on the following products, after fulfilling the required requirements anjill Gluhinll Iaclad wl g olial @angall aladiall le dxgalldnile
according to the related normative references: :lgs anlill Guuliall galyall (Gag

leal il delipal s3gadl 35,5

Building No. 4373, Al Hira Street, 2nd Industrial City, Riyadh, Kingdom of
Saudi Arabia

Building No. 4373, Al Hira Street, 2nd Industrial City, Riyadh, Kingdom of
Saudi Arabia

SASO ISO 13006/2022

Elegant

ol il 13y

10/06/2024

10/06/2027

alalgaull ainl anlell jladl ple pnn
Director General of Certjﬁcation Department

/ GOC ACCREDITATION CENTER

Product Certification

I anan UJ alla /yuaignall ISOIEE 120652612
Eng. Khalid M. Alnamlah itk

15 slg dpiyl e liodgo g)lij

dysgeuwll dyjell dalooll 1471 gl 3437 wp T 920009085
Kingdom of Saudi Arabia P.0.Box 3437 Riyadh 11471 F +966114520086
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Appendix Version No. 1 =l iaa o3 Appendix No.

@ ﬁg:g.o__l.ulldlb.nlg.ull
i 33_,»)’1 WO JLu:_,J.L LSS | ¢ J"'J" Saudi Standards
digadl aols

SASO Appendix (License to use the Quality Mark)

QUALITY MARK

The Facility Glial aall g B sl delical 20 4ll 4S 44

1) 5,

A

slazdl

License No QM2401000141 oas A ‘..EJ

License Issue Date 23/01/2024 s Al el @Jh

License Expiry Date 23/01/2027 o A oLl ‘:;’SJL‘

Product sl ! B3

E:"Ji

Reference Standard SASO ISO 13006 Luldl i) 4l

Date of Grant/Renewal/Extension ['rademark Classification
abuaiafl paitia Ciladl Gusly JSia)
23/01/2024 sl clial == (Bla) ic sene « Ev=0.5%¢Ll
(Rectified) 2524 «(GL)

Aol 5ol odn i ol 287 (gly s Y o Ly 5545 oy 53l 8n Bmes o0 iR
To verify this certification visit SASO website, and any changes or modification on this certificate will affect its validity.

3 gl 2y )l 380 11471 =l 3437 e T 920009085 WWW.S350.20V.5a
Kingdom of SaudiArabia ~ P.O.Box 3437 Riyadh 11471 F +966114520086 info@saso.gov.sa
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Appendix Version No. 1 s=ddl G ri, Appendix No,

25l
w>gewlolaniggll ’\

;.'})hn e\ ‘.]1 = L ; _,: EJLgr:u ‘_',',J,a Saudi Standards
Appendix (License to use the Quality Mark)

QUALITY MARK
The Facility el pdl g (S ol delival 32 42l A€ 43
License No QM2401000141
License Issue Date 23/01/2024
License Expiry Date 23/01/2027
Product el Ll LY

Reference Standard SASO ISO 13006

Date of Grant/Renewal/Extension I'rademark Classification
elall Lobiaial) Jaws gha ciladl Sl S5
23/01/2024 a3 loa s z> = (Blla) 4= seas « 3% <Evs %6
(Rectified) 2 (GL)
elall abiaia] Lo i aladl L_,uSlL Jdedall
23/01/2024 i1 ) s 225 (Blla) & sens ¢ 3% <Evs %6
(Non-rectified) a3« s «(GL)

ek a3l oda v ol Ja28™ (e g o Ladge 535 o Balgtl) B0m T o 157
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Certificate No VerofAs1an Bolgaill af) i z e A1yacuullanell a4loo
¢Jjloallg dupallg 6Ls 1 Cl.j_I_II) gl duell aslaall

Issue Date -» VEEO/-BIeA Lol Auld Zakat, Tax and Customs Authority Kingdom of Saudi Arabia

8:Lg.|'.'b
Certificate

The Zakat, Tax and Customs day palig 6L I dilum agisi

Authority certifies that the Taxpayer | laall Ui Jjlaadig

claopull aclinl 0agall ab yil
Entity Unified No./ID No. V. .IFVVVa. digo ,ais;fﬁi..b.i.nu angall adyl

Commercial Registration/License/

1:1-1IFAPAS pb)aic | demd [ ylad Jaaw
Contract No &

Has submitted his tax return for the period ending on 31/12/2022 AD, and he + D |EEE[+N]-V U’w dagilioll §Lall e 0)l)B5] pab
was granted the certificate to complete all his transactions including the B0 i3 15 Loy alillolao pioa elgill 8slgaul 0im aio aiig
payment of the final amount due on the contract agiall (e auilgill aiiliaiwe
The Certificate is valid until 21/10/1445 AH corresponding to 30/04/2024 Golgall o 1€€0/1- [r1 Ayl il Balgaiill 0io Jgméo iy
AD PIr-rE|-E[-

( The Twenty first of Shawwal one thousand four hundred forty-five Hijri) (2o Jg=u)l g durnl g dilasyyi g <l Jlgi o ouiall g palall)

sa :uigpialll diegll aiigo (o Giadl az U] Galgaul oigs aingll

This certificate is not valid until verified by the Authority's Website: wy Ca.gov.sa
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FACTORY Tel:011 2650228 Fax :011 2650160 S TR0 Ve ;S8 -0 ) TRA-TTA aiuall
P.0.Box 192 Riyadh 11383 Kingdom of Saudi Arabia dys M dayell ASLal |V IFAF yals)Jl 18F Lo

sales@aljawdahgroup.com-info@aljawdahgroup.com
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